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Structure and symmetry of CuS, (pyrite structure)
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Abstract

X-ray diffraction data collected on a single-crystal specimen of CuS2 show that despite its
optical anisotropy CuS, apparently has the cubic pyrite structure, with a: 5.7891(6)A. pre-
cession and Weissenberg photographs fail to reveal any reflections which violate the require-
ments for space group Pa3. Such reflections, however, Were observed in four-circle di-ffrac-
tometer measurements, but they are shown to result from multiple di-ffraction ,effects.
Reflement of the structure in space group Pa3 using 209 intensity data gives a weighted re-
sidual of 0.014 and x(S) : 0.39878(5). A comparison of the refined structure with other pyrite
structures suggests that copper in CuSz has a formal valence of 2+ and three antibonding
electrons. Also, the CuSe octahedron is only slightly distorted, which is in contrast with the
square-planar coordination usually found for Cu2*.

Introduction

Disulfides of the transition elements Mn through
Zn crystalllz,e in the pyrite structure. The Mn, Fe,
Co, and Ni members of this group occur as minerals,
and their structures have been refined. CuS, and
ZnS.' are not found in nature, but they have been
synthesized at high temperatures and pressures. This
paper reports the results obtained in a study of the
crystal structure and optical properties of CuSr.

CuS, is of interest for two reasons. First, its crystal
chemistry is unique. Nakai et al. (1978) have shown
through X-ray photoelectron spectroscopy that most
copper sulfides contain only Cu*; however, our crys-
tal-chemical evidence indicates that copper in CuS,
is divalent. The copper is coordinated by six sulfur
atoms in a trigonal antiprism slightly distorted from
an octahedron, rather than in its usual square-planar
coordination. Second, optical evidence for non-cubic
symmetry has been reported (Taylor and Kullerud,
1972),btt not explained in terms of the crystal struc-
ture. Similar, but less intense, optical effects have
been reported for FeS, (Stanton, 1975; Gibbons,
1967). These authors disagree as to whether the ani-
sotropy is entirely a surface feature or intrinsic to the
crystal structure. There is also disagreement with re-

I Present address: IBM T.J. Watson Research Center, P.O. Box
218, Yorktown Heights, New York, 10598.

spect to the X-ray diffraction studies on FeS'. Fin-
klea et al. (1976) found no deviations from cubic
symmetry, but Bayliss (1977) concluded that at least
sone pyrite crystals are triclinic. Because optical ani-
sotropy has always been observed for CuS, we de-
cided to investigate its crystal structure to provide
further information on this intriguing problem.

Experimental

The CuS, crystal used is a small (0.13 x O.l2 x
0.08 mm) rectangular prism selected from material
reported by Bither et al. (1968). Although polished
sections of these crystals are anisotropic in reflected
light, long-exposure precession and Weissenberg
photographs failed to reveal any diffraction spots
which are inconsistent with the requirements for
space group Pa3. This crystal was mounted on a
Picker four-circle diffractometer and its lattice pa-
rameters were determined from twelve automati-
cally-centered reflections s5ing MoKc radiation. The
least-squares refinement of the orientation matrix
(Tichj, 1970) provides an unconstrained estimate of
all unit-cell lengths and angles; with the precision ob-
tained, the geometry of the cell is cubic with a :
5.7891(6)A. This value agrees well with previous de-
terminations gsing X-ray powder diffraction tech-
niques: a : 5.7898A (Bither et al., 1968) and a :
5.7 897 A (Taylor and Kullerud, 1972).
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Fig. l. A-20 scans for 400, 500 and 600 at two positions around
the diffraction vector: 9:0'(la) and V : 15l' (lb). iP is a right-
handed rotation whose zero is defined when or : 0 with at (hklt
plane in diffracting position.

With the crystal mounted on the diffractometer,
we again tested for reflections which violated Pa3
symmetry. To minimize multiple diffraction effects,
we used graphite monochromated MoKa radiation
and an arbitrarily-oriented crystal ([,0.1,03] was ap-
proximately parallel to the O axis). Ttie 0-20 scan
mode was used. Even with this arbitrary orientation.

we observed, as Bayliss had for FeSr, several forbid-
den reflections (an efample for 500 is shown in Fig.
la). However, all the forbidden reflections we ob-
served could be eliminated by rotating the crystal
around the diffraction vector to some arbitrary V
angle (Fig. lb). i{, is a right-handed rotation whose
zero is defined with or : 0 with m (hkl) plane in dif-
fracting position. Further information was provided
by making integrated intensity measurements at
every 0.5o in V from -90 to *90o and plotting the
results as I"*/2o, vs. V (Fig. 2). This figure shows
that, even though the diffracted intensity is above the
detection limit (1"o"/2o, = I in this figure) at some V
values, it is below that limit at many other V values.
Because a Bragg reflection's intensity should not be-
come undetectable at any V value, we conclude that
all such observed reflections, forbidden for space
group Pa3, are the result of multiple diffraction ef-
fects. We also believe that, although Bayliss (1977)
may have been working with non-cubic FeS, crystals,
he did not give sufficient information to elininate the
possibility that the extra reflections he observed were
caused by multiple di-ffraction.

Coppens (1968) discussed criteria for the occur-
rence of multiple Bragg scattering, and concluded
that reciprocal lattice points within 0.003A-' of the
Ewald sphere could satisfy the requirements for mul-
tiple di-ffraction. In order to test the applicability of
this idea to FeS, and CuSr, we calculated the number
of reciprocal lattice points which meet this criterion
for various sets of diffraction conditions. For the 100

\

\",

Fig. 2. Results of integrated intensity measurements at every 0.5o around the diffraction vector from -90 to 90'. The intensity is
normalized to the detection limit (2o7); thus, a value >l is considered to be observed.
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Table l. Refinement results
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tions during the course of the data collection. In-
tensities were corrected for Lorentz and polarization
effects as wel as absorption. The absorption correc-
tion was computed using a modified version of Burn-
ham's (1966) program with the mass absorption coef-
ficients of Cromer and Liberman (1970). This
program also calculates a geometric factor (Zachaia-
sen, 1967) used in the extinction correction.

Refinement

The program RrINe4 (Finger and Prince, 1975)
was used for full-matrix least-squares refinement.
Neutral scattering factors of Cromer and Mann
(1968) along with anomalous dispersion coemcients
of Cromer and Liberman (1970) were used. Equiva-
lent reflections were not averaged to allow for refine-
ment of anisotropic extinction. Only reflections with
I > 2o, were used in the refinement.

The structure was refined in space group Pc3 using
starting parameters from previous unpublished re-
finements. In the pyrite structure, the metal atom is
at the origin and the nonmetal one at x, x, x; thus,
there is one variable positional parameter. The start-
ing model was one having isotropic temperature fac-
tors and no correction for secondary extinction. Sub-
sequent models included anisotropic thermal motion
and both isotropic (Zachariasen, 1967) and ani-
sotropic (Coppens and Hamilton, 1970; Thornley
and Nelmes, 1974) secondary Qxtinction corrections.
The final model contained corrections for anisotropic
thermal motion and anisotropic type 2 extinction.
These refinement results are shown in Table l, and
the observed and calculated structure factors are
available.' Table 2 gives the final positional pa-
rameters, anisotropic temperature factor coem-

2 To receive a copy of this material, order Document AM-79-
I 14 from the Business Office, Mineralogical Society of America,
2000 Florida Avenue, N.W., Washington, D.C. 20009. Please
remit $1.00 in advance for the microfiche.
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and 300 reflections of CuS, (MoKa radiation), there
are many reflections within 0.003A of the Ewald
sphere in any orientation tried thus far. When b* is
initially parallel to the X-ray beam and c* is normal
to the equatorial plane, there are 47 other reciprocal
lattice points near the sphere when 100 is in diffract-
ing position. Similar results are obtained for FeSr.
Therefore, it would be extremely difficult, using four-
circle geometry, to prove that the extra reflections are
a result of causes other than multiple diffraction.

Diffraction intensities for structure refinement
were measured on a Picker four-circle diffractometer
at the Geophysical Laboratory (Washington, D.C.),
using Nb-filtered MoKa radiation with the difrac-
tometer operating n t};Le 0-20 scan mode. 253 reflec-
tions were measured representing all with h, k, I > O
and 0o <20 < 60o, except for certain ft&O which were
inadvertently omitted. Scan rates and background
counting tirnes were adjusted for each reflection
(Finger et al.,1973) to produce a value of 0.01 for o,/
L Reference reflections showed no significant varia-

Table 2. Final parameters from the refined model: positional parameters, anisotropic tempefature-factor coefficients, equivalent
isotropic temperature factors (Hamilton, 1965), and rms displacements along the unique directions calculated from the anisotropic

temperature factor corrections

Atom Si  te x = 9 = z B1;822=833 812=813=823 s(Eq.  )  rms d isp lacement  (A)
l l t i l l l  l t l i l l

Cu 4b

Bc

0  0 .00732 (8 ) -
0 .39878 (5 )  0 .00635 (9 )

0 .00032 (5 )
-0 .0008s (7 )

0 . e B ( r )  0 . i l 6 ( r )  0 . 1 0 e 0 ( B )
0 .85 ( r  )  0 .08e (2 )  0 .  i l 06 (7 )

The tempera ture  fac to r  express ion  js  exp{ - I lh .h .B . . } ..  T  J  f J
One standard deviation in Darentheses.
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Table 3. Tensor components (Wo) and the resulting principal axis
lengths and directions from refinement of type 2 anisotropic sec-

ondary extinction

ST:RUCTURE OF CuS2

show that /* ) 0, yet Bayliss (1977) obtained r* :
-0.156 x l0-o from his refinement of FeSr. The ex-
tinction parameter is correlated with the tem-
perature factors by interaction with the scale factor.
The sense of this effect reduces the temperature fac-
tors as r* is decreased and could have led to the non-
positive temperature factors of Bayliss.

Thermal ellipsoids

The thermal ellipsoids of both the metal and non-
metal atoms in the pyrite structure are constrained to
be uniaxial with their unique axes along the cube di-
agonal. The rms thermal amplitudes in this direction
and in the plane normal to it for copper and sulfur
are listed in Table 2.The thermal ellipsoid for copper
is only slightly anisotropic. The ratio of the largest to
the smallest rms displacement is 1.06. Its largest dis-
placement is along the trigonal compression axis of
the octahedron. Sulfur's thermal ellipsoid is more an-

CU CU CU

Fig.3. First coordination poyhedra for Cu and S in CuS2 with
the interatomic distances and angles calculated from the final
model.
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cients, and the equivalent isotropic temperature fac-
tors (Hamilton, 1959). Neither the addition of third
cumulant temperature factor coefficients for sulfur
nor refinement with the disulfide as a rigid group im-
proved the fit.

Secondary extinction

The secondary extinction model used to conect
these data is a modification of the Ztchaiasen (1967)
model by Coppens and Hamilton (1970). The ani-
sotropic correction is significant at the 99.9 percent
level (Hamilton, 1965) over the isotropic one (wtd. r
: 0.017). The extinction correction is given by
(Zachariasen's equation l)

P: P,.y ( l )

where P is the integrated intensity, Po the kinematical
approximation and y the extinction factor. In RptNB
4.

y : It + B@) F2s*1-rrz (2)

where B(d) is a geometric factor, calculated for each
reflection during the absorption correction, and r* is
a refineable parameter. For the type 2 anisotropic exl
tinction model, r* is replaced with

r* : (N'W N)-'l, (3)

N is a unit vector and W a second-rank tensor whose
components are varied during the refinement. Ac-
cording to the model, this tensor represents an ellip-
soidal-shaped, ideal-crystal domain. The Wu com-
ponents and the resulting ellipsoid's principal axes
lengths and orientations for CuS, are given in Table
3. Although this extinction model seems to ade-
quately correct for the effects in our data, recent dis-
cussions of extinction (Becker, 1977;Lawtence, 1977)
make us doubt that a physical interpretation of the
slliFsoid in Table 3 is justified.

Because B(d) is always positive, equations I and 2

ttT, 2.6, r.4l
l7 :9,4n,  z .s l
[ 0 . 4 , 3 . 2 , 4 . 8 ]
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Table 4. Selected interatomic distances, interatomic angles, and quadratic elongations for several transition element disulfides which
have the pyrite structure

MnSra FeSrb CoSra Ni s2c L U J ^
L

M - S ,  A

S - S ,  A

S-S-1"'1, deg

S-M-S ,  deg

MSU Quad ra t i c

E 1 onga t i  on

2.  590

2.086

1 0 6 . 1

8 6 .  9

l 0030

2 . 2 5 9 ( 5 ) *

2 . r 5 3 ( 6 )

1 0 2 . 4  ( 2 )

n 3 ,  o o  (  y . ,

r  .006r

2 . 3 1 5

2 . 1 2 4
'|  
03. 3

8 6 .  0

l 0052

2 , 4 0 1  ( 4 )

?,059(32)

r 0 4 , 8  ( 4 )

8 6 . 5  ( r )

' I  
.0039

2.4528(1)

2 , 0 3 0 0 ( 6 )

l  0 5 . 5 2  ( 2 )

8 6 . 7 3  ( r )

r  .0034

utJt iotx (1960).
bP inkTea  

e t  a1 .  ( 7976 ) ,
' 

one standard deviation

cFuruseth  
and K jekshus  (1969) .

drhis 
studg,

in parentheses.

isotropic. The ratio of its displacements is 1.24, with
the largest displacement normal to the disulfide
bond. Apparently, the short sulfur-sulfur distance
limits motion along this bond.

Structure

Figure 3 shows the two types of coordination poly-
hedra in CuSr. Copper is surrounded by six sulfur
atoms in a trigonally-distorted octahedron, and sul-
fur is coordinated by three copper atoms and one
other sulfur atom in a distorted tetrahedron. The
CuS. octahedra are linked by corner sharing. The
sulfur-sulfur distance in pyrite structures approaches
that in sulfur itself, and the sulfurs are considered to
be bonded to each other.

Some important interatomic distances and angles
for the first-row transition-element pyrites are listed
in Table 4 and shown in Figure 4. These values show
that the parameters for CuS, lie along the trends es-
tablished by the naturally-occurring pyrite structures,
and suggest that copper has the same oxidation state
(2+) as the other metals in this group. This also sug-
gests that the discussions of bonding in these materi-
als (Bither et al.,1968; Brostigen and Kjekshus, 1970;
Goodenough, 1972) are applicable to CuSr. These
models attribute the increase in the metal-sulfur
bond length (Fig. a) to an increase in the number of
antibonding electrons. Three are assigned to the cop-
per in CuSr. In addition, Kjekshus and Nicholson
(1971) suggest that these electrons produce a redistri-
bution of electron density which causes the decrease
in the sulfur-sulfur bond length (Fig. a).

Usually, Cu'* is found in square-planar coordina-
tion. If the bonding is sufficiently ionic, this can be
ascribed to Jahn-Teller distortion. However, Jahn-
Teller distortion is unusual in transition-metal sul-

fides because of extensive electron delocalization
(Vaughan and Craig, 1978) and, in fact, the amount
of octahedral distortion in pyrite structures (compres-
sion along the trigonal axis) appears to be a function
of size of the metal atoms. Quadratic elongation val-
ues (Robinson et al.,l97l) in Table 4 show that FeS,
has the most distorted octahedron of anv member of

o This sfudy
e E l l io l f  (1960)
r Furusefh I  Kjekshus (1969)

2.50 Finkleo ef  o l  (1976)
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9
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NUMBER OF 3d ELECTRONS FOR MT'

Fig. 4. BondJength variation for fint-row transition-element
disulfide pyrite structures including the CuS2 results.
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this series and that the distortion decreases through
CuSr.

Non-cubic symmetry

The optical anisotropy observed for CuS, and FeS,
has raised questions about the correct symmetry for
these structures. If this anisotropy were a function of
the deviation from cubic symmetry, CuS, should not
be cubic. The anisotropy is ubiquitous for CuS, and
usually it is more intense than that for FeSr. Al-
though the refinement presented here cannot prove
that CuS, is cubic, it can be used to test other models.
The final model has 12 variable parameters, 209
data, and a weighted residual of 0.014. With few
variables and a low residual, it is difficult to obtain a
statistically significant improvement in the refine-
ment through decreasing the symmetry (increasing
the number of variables). For example, one lower-
symmetry model suggested by optical data (Gibbons,
1967) is a trigonal structure with its c axis along one
of the cube diagonals in the pyrite unit cell. We re-
fined the CuS, data in the R3 space group with the c
axis along I I l] of pyrite. That model has 23 variable
parameters and gives a residual of 0.016. A residual
of 0.013 would be necessary for a significant im-
provement (95 percent confidence level; Hamilton,
1965) over the cubic model.

These arguments suggest that the optical ani-
sotropy is a surface effect. When we examined pol-
ished sections of our material. we observed an in-
crease in the intensity of these optical effects with
time. After a month's exposure to air, the intensity of
the anisotropy was noticeably greater than that of a
freshly polished sample. One possibility is that epi-
taxial growth of a second phase causes the ani-
sotropy. Samples of FeS, and CuS, were polished,
exposed to air for variable lengths of lime, and exam-
ined with a scanning electron microscope. The results
to date are inconclusive. A second phase was ob-
served on some samples, but we have not been able
to obtain repeatable results.

Conclusions

Although polished sections of CuS, are optically
anisotropic, no structural evidence has been found
for symmetry lower than cubic. A similar anisotropy
in FeS, may indicate that some of these crystals are
not cubic. However, we believe the refinement by
Bayliss does not adequately test this possibility.
Trends established by naturally-occuring pyrites sug-
gest that copper in CuS, behaves similarly to the
metals in other pyrites: it has a 2+ formal valence

and three antibonding electrons. The refined struc-
ture shows that the CuSu octahedron is only slightly
distorted, which probably indicates crystal field dis-
tortions are not important for these materials.
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