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Structures of low gallium albite (NaGaSirOr) and intermediate germanium albite
(NaAlGerOr): Tetrahedral-site ordering in sodium feldspar

Mrcrranr. E. Fr,rer
Department of Geology, University of Western Ontario, London, Ontario N6A 5B7, Canada

Ansrnecr

The structure of low gallium albite (NaGaSi3O8), synthesized hydrothermally at 600 'C

and 1.3 kbar, has been refined at room temperature with single-crystal X-ray intensities
to R:0.023. Mean T-O bond distances and Ga site occupancies are: T,0 [.807(2),
0.935( l )1,  T,m u.610(2) ,  0.016( l )1,  T,0 [ l .615(2) ,  0.02s( l ) ] ,  T,mlr .619( \  A,  0.025( l )1.
The structure of intermediate germanium albite (NaAlGerOr), grown with a vanadotung-
state flux, has been refined similarly to R : 0.026. Mean T-O bond lengths and Al site
occupancies are: T,0 11.737(2),0.274(2)1, T,m [.728(3),0.37 5(2)1,T,011.736(2), 0.185(2)],
Trmll.735(\ A, 0.166(2)1. Tetrahedral-Site ordering in strain-free sodium silicate feldspar
structures is promoted by the distinctive stereochemistries of the T,0 and T,m sites, which
are imposed by spatial accommodation of the Na cation within the feldspar framework.
From site occupancies for Si, Al, Ga, Ge, B, and Fe3+, it is tentatively concluded that the
ordering scheme is determined by the favorable charge or valence electron distribution
resulting when the trivalent atom is placed in the T,0 site, and that this site preference is
proportional to the difference in size of the trivalent and quadrivalent atoms. Electrostatic
repulsion between the T and Na atoms may be a contributing factor. Intermediate ger-
manium albite has (tr0 + t,m) > (tr0 + trm), as in intermediate microcline and low
sanidine, but the unusual site preference oft,m > t,0 * 0.25 is unexplained.

IurnooucrroN

Study of the crystal structures of alkali feldspars is
complicated by sluggishness of AVSi ordering and small
differences in X-ray scattering efficiencies of Al and Si.
Earlier work leading to the present understanding ofthese
structures is reviewed in Smith (1974), Ribbe (1983), and
Smith and Brown (1988). Structural aspects of albite of
continuing interest include change in tetrahedral-site oc-
cupancies with progress of the order-disorder transfor-
mation (e.g., Burns and Fleet, 1990), nature of structures
with intermediate states of order (e.g., Phillips et al., 1989),
and relative contributions of time-averaged and space-
averaged components to X-ray and neutron structures
(e.g., Prewitt etal., 1976; Winteret al., 1977; Harlow and
Brown, 1980; Swanson, 1986; Smith et al., 1986).

The structures of triclinic alkali feldspars (space group
Cl) have four nonequivalent tetrahedral sites for Si and
Al, designated by T,0, T,m, Tr0, and Trm, with occu-
pancies of Al (or trivalent atoms) designated by 1,0, t,m,
tr0, and trm, respectively. Natural low albite has an al-
most ideally ordered distribution of Si and Al with 1,0 =
I and t,m Z trO = trm = 0 (Wainwright and Starkey,
1968; Harlow and Brown, 1980), whereas high albite,
produced experimentally by transformation of natural low
albite, has a largely disordered structure with t,0 > trm
E tzO = t,m = 0.25 (Ribbe et al., 1969; Wainwright and
Starkey, cited ifr Table 3-2 of Smith, 1974). Intermediate-
ordered structure also exists at moderate pressures (Su et
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al., 1986); a recent structure determination of one of these
laboratory-transformed albites gave t,0 : 0.51, t,m :

0.15,  t ,0 :0.16,  and t rm :0.17 (Phi l l ips et  a l . ,  1989).
Natural K-rich feldspars of monoclinic symmetry have
1,0 : t,m > tro : trm, and of triclinic symmetry have
trO > trm z trO = trm (e.g., Kroll and Ribbe, 1983,
1987). Thus, tetrahedral-site ordering paths closely ap-
proximate to t,0 - l, t,m = t20 = t2m - 0 in low albite,
and t,0 - 1, t,m z trO e t2m - 0 in triclinic K-rich
feldspars.

Electron density at the Na atom position in both low
and high albite is markedly anisotropic, the effect being
much larger in the latter. There is an extensive debate on
whether this represents true thermal motion or positional
disorder of the Na atom. Structures with multiple posi-
tions (ofpartial occupancy) for Na have refined satisfac-
torily (generally, two half-atom positions in low albite
and four quarter-atom positions in high albite; e.g., Prew-
itt et al., 1976; Winter et al., 1977; Harlow and Brown,
1980). Winter et al. (1977) reported that for low albite
from Tiburon, California the thermal motion of the Na
atom extrapolates to zero at 0 K, indicating that the an-
isotropic electron density distribution at the Na position
is attributable to a time average of highly anisotropic
thermal vibration within the aluminosilicate framework.
On the other hand, in high albite it does appear to be
largely a space average of multiple positions of partial
occupancy, as indicated by the split-atom refinements.
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More recently, Smith et al. (1986) have shown that the
thermal parameters for Na in low albite from Amelia,
Virginia extrapolate to positive values at 0 K; i.e., the Na
atom appears to have zero-point energy.

Synthetic end-member Ga-, Fe3+-, and Ge-substituted
feldspars have been investigated by Pentinghaus (1970),
who reported that only NaGaSi.O, (gallium albite) ex-
hibited rapid tetrahedral-site ordering. Swanson (1936)
subsequently synthesized a single crystal of gallium albite
hydrothermally at 650 "C and I kbar, and determined the
tetrahedral-site occupancies of Ga to be t,0 : 0.89, t,m
: 0.03, t,0 : 0.04, t,m : 0.04. Very recently, the order-
disorder transformation in gallium albite was reversed by
dry annealing under a load pressure of approximately I
kbar and the experimental products investigated using
Rietveld structure refinement (Burns and Fleet, 1990).
The order-disorder transformation in gallium albite is
continuous but exhibits a well-defined region of inter-
mediate structure. The ordering path is 1,0 - l, t,m =
t20 = t2m - 0, with some tendency for trm + tr0.

Grunwald (1981) refined the structure of germanium
albite synthesized hydrothermally at 600 "C and I kbar
but did not include tetrahedral-site occupancies. How-
ever, Smith and Brown (1988) noted that the mean tet-
rahedral (T-O) bond distances for this refinement, T,0
(1.734),  T,m (1.728),  T,0 (1.756) ,  and T,m (1.736 A),
indicate that Al is concentrated in T,m at the expense of
Tr0.

This paper reports on the X-ray single-crystal structure
of ordered (low) gallium albite (NaGaSi,Or) and incom-
pletely disordered (intermediate) germanium albite
(NaAlGerOr). Structure analysis is facilitated by the large
difference in the X-ray scattering efficiencies of Ga and
Si, and Al and Ge, respectively. This permits the direct
determination of tetrahedral-site occupanices and yields
detailed information on the response of the triclinic feld-
spar structure to tetrahedral cation substitution.

ExpnnrlrnNTAI, pRocEDUREs

Gallium albite (NaGaSirOr)

Gallium albite crystals were grown from a melt using
a standard cold-seal hydrothermal reaction vessel. Start-
ing material of NaGaSirO, composition was in the form
of a glass, which was prepared from purified GarO, and
SiO, and analytical grade NarCO.. The charge consisted
of 0. l0 g gallium albite glass, 0.08 g of NarCOr, and 0.03
cm3 of deionized HrO contained in a sealed Au capsule
about 5 cm in length. It was heated to 845 .C at 1.4 kbar
for 2 h (to achieve complete melting), cooled stepwise
and maintained at 640'C overnight, and then further
cooled stepwise and maintained at 600 oC and 1.3 kbar
for 6 d, and quenched in air and HrO. The products con-
sisted of isolated and massive aggregates of larger crystals
of gallium albite (up to 0.2 mm in diameter) and fine-
grained quench material. All gallium albite crystals in this
and similar experiments developed a cleavelandite-like
growth habit and mosaic spread was evident in their sin-
gle crystal X-ray diffraction patterns. The crystal used for

measurement of reflection intensities was reduced in size
with a scalpel blade until the mosaic spread observed in
X-ray precession films was minimal.

The crystal was a flattened trigonal prism in shape,
with dimensions of 0. l0 x 0.12 x 0.05 mm and a cal-
culated volume of 0.30 x l0-3 mm3. All single-crystal
measurements were made with an Enraf-Nonius CAD-
4F diftactometer, using graphite-monochromatized MoKa
X-radiation. The unit-cell parameters la: 8.161(2), b :
r2.85r(2), c:7.191(l) A, . '  : 94.39(r), 0 : 116.52(r),
r : 87.38(l)", V : 672.7 A'1 were refined from 20 re-
flections in the 20 range 33.4-37.2". Intensity data were
collected by c,r-scan with a scan angle (<o) : l.6o and cor-
rection for dispersion. A total of 391 I frftl reflections al-
lowed by space group CI out lo 20 :60o were measured
( - t t  =  h < l l ,  - 1 8  <  k < 1 8 ,  - 1 0 < / =  l 0 ) . S t a n d a r d
reflections were 002, 040, 220 and there was no signifi-
cant variation in intensity (R,", : 0.02). Background, Lo-
rcntz, polaization and absorption corrections were ap-
plied; transmission factors (calculated by Gaussian
integrationwitha 12 x 12 x 12grid,and,p:49. I cm-')
varied from 0.722 for -10,4,4 to 0.830 for -1,-1,1.

There were 1956 unique reflections, with 602 considered
unobserved on the basis of I < 3"(,D {d(4 : U- +
0.002'?(1- - B)' + 0.005'z(.f - I*)"J",1-, measured in-
tensity and B, background: the three contributions to o(1)
represent the statistical error, a proportional error, and
the uncertainty in the absorption correction; see program
DATAPTT below).

The structure refinement proceeded from the position-
al parameters for high albite (Wainwright, cited in Table
4-l of Smith, 1974). The function, Zw(AF), was mini-
mized (w : l/o2), and unobserved reflections were given
a low weight (d : 1000). Refinement in Cl using all re-
flections outto 20: 60'and ll8 variable parameters,
converged to R : 0.023, R*: 0.022 [for reflections with
I  >  3o ( I ) ,  S :0 .776 , (A /o ) ^  : 2  x  l 0  u ,  Ap :  -0 .31

eA-, at 0.06,0.16,0.22 (near T,0) to 0.36 eA-, at
0.30,0.04,0.11 (near Na)1. The isotropic extinction pa-
rameter for type I extinction (g; Coppens and Hamilton,
1970) refined to a negative value close to zero and was
therefore set to zero in the final cycles ofrefinement. Scat-
tering factors for neutral atomic species and f', f" were
taken, respectively, from Tables 2.28 and 2.3.1 of the
International Tables for X-ray Crystallography (1974). All
computations were carried out with DATAPTT and
LINEXTT (P. Coppens, State University of New York at
Buffalo). Final parameters are given in Tables I and 2,
and observed and calculated structure factors in Table 3.'

Germanium albite (NaAlGerOr)

Germanium albite crystals were grown from a vana-
dotungstate flux using a nutrient of composition Na-

' A copy of Table 3 may be ordered as Document AM-91-447
from the Business Office, Mineralogical Society of America, 1130
Seventeenth Street NW, Suite 330, Washingron, DC 20036,
U.S.A. Please remit $5.00 in advance for the microfiche.
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TABLE 2. Anisotropic thermal parameters ( x 10'? A'?)TABLE 1. Positional and isotropic thermal parameters (A2)

B*: /"2), Bra,.a, 8""Br"Br"Bs8.,8,.

Trfi
Tr0
Trh
Oo1
Oo2
o"0
O"m
o"0
O"fil
oo0
Oofi

Na
T'0
T,ln
Tr0
Trffi
Ool
Oo2
O"0
O"m
o"0
O.1l1
Oo0
Oom

Gallium albite (NaGaSiiO.)
0.2689(2) 0.s877(1) o:t484(21 3.06(3)
0.00922(5) 0.16es4(3) 0.20489(6) 0.72(11
0.0013(1) 0.8197(1) 0.2414(11 0.62(1)
0.6929(1) 0.1098(1) 0.3118(1) 0.64(1)
0.6782(1) 0.8826(1) 0.3618(1) 0.66(1)
0.0092(3) 0-1280(2) 0.es81(3) 1.27(61
0.s921(3) 0.se80(2) 0.2809(3) 0.96(5)
0.8082(3) 0.1049(2) 0.1810(3) 1.27(61
0.8174(3) 0.84s4(2) 0.2648(3) 1.44(6)
0.0042(3) 0.3072(2) 0.2711(3) 1.18(6)
0.0280(3) 0.6940(2) 0.2288{3) 1.11(6)
0.215q3) 0.1073(2) 0.3878(3) 1.22(61
0.1779(3) 0.8678(2) 0.4423{{31 1.42(6)

Germanium albite (NaAlGe3O.)
0.2732(3) 0.0187(3) 0.1218(4) 8.2q11)
0.01066(6) 0.15782(3) 0.21137(7) 0.70(1)
0.00205(7) 0.81213(4) 0.22968(8) 0.75(1)
0.6882s(s) 0.10494(3) 0.31238(6) 0.75(1)
0.6767s(5) 0.87440(3) 0.35631(6) 0.79(1)
0.0105(4) 0.1281(2) 0.9783(4) 1.4716)
0.57s8(3) 0.s86s(2) 0.2713{4) 0.96(5)
0.8202(3) 0.0920(2) 0.1839(4) 1.64(6)
0.8080(4) 0.8363(2) 0.2443\5) 2.34(7)
0.0033(3) 0.2837(2) 0.2875(4) 1.27(sl
0.0152(3) 0.6822(21 0.1971(4) 1.44(6)
0.2042(31 0.1058(2) 0.3795(4) 1.46(6)
0.1914(4) 0.8645(2) 0.4323(4) 2.09(7)

AlGeOo. The flux-nutrient mixture consisted of equi-
molar proportions of NaAlGeO4 (as oxides and carbonate),
NarWOo.2HrO and VrOs. It was soaked in a Pt crucible
with a well-fitting lid at 1300'C for 12 h, and cooled
from 1000 "C at I "C/h to 500'C. The flux was removed
by soaking in warm HrO. The products were multiphase:
NaAlGerO, was present as a few large crystals up to 2
mm in diameter and was characteized by TEM and
semiquantitative electron microprobe analysis and single
crystal and powder X-ray diffraction.

The crystal used for reflection intensities was reduced
in size with a scalp€l blade and 600 mesh abrasive paper.
It was prismatic, with dimensions of 0.10 x 0. 13 x 0.20
mm and a calculated volume of 2.54 x l0-r mmr. Other
experimental details differing from those for the gallium
albite study were as follows. The unit-cell parameters [4
:  8.419( l ) ,  b :  13.298(3) ,c :7.354( \  A,  

" :  
94.49( l ) ,

P : 116.25(l), r : 90.88(2Y, V :735.1 A3l were refined
from 20 reflections in the 20 range 49.8-57.9'. Intensity
data were measured by 0-20 scans with a scan angle (2d)
: 2.4. A total of 6452 hkl reflections allowed by space
goup CI out to 2d : 70o were measured (-14 < h <

14. -22 < k < 22. -12 < I < l2). Standard reflections
were 002, 130, -202. Transmission factors (p : 131.0
cm-t) varied from 0.214 for 0,0,1 to 0.307 for 4,20,-1.
There were 3226 unique reflections, with 929 considered
unobserved.

Using all reflections out to 20 : 70" and I 19 variable
parameters, the structure refinement converged to R :

0.026,  R. :  0 .032 [ ,S :  l . l12,  (No)^ * :  J  x  lQ-5,  {p :
- 0 .91  eA  3  a t  0 .28 .0 .07 .0 .05  ro  0 .91  eA-3  a t

Gallium albite (NaGaSisO.)
436(8) 276(71 -59(6) 7s(6) -21s(6)
6e(1) 56(1) -21(1) 34(1) -1(1)
61(3) 48(3) -1(3) 30(3) 5(3)
52(3) 63(3) - 16(3) 23(3) -1(21
5s(3) 63(2) -7(3) 2s(3) 6(3)

108(9) 90(8) -13(8) 8s(8) 11(7)
63(8) 1 1q8) -11(6) 2egl 21(6)

132(e) 138(9) -49(71 80(8) -28(71
145(e) 18400) 12(7) e6(8) -2(8)
98(9) 137(9) -34(7) 50(8) -10(7)
8q8) 108(e) 4(71 36(8) -5(7)

105(s) 77(81 2(71 15(7) 4(7)
121(s) 10s(s) -36(7) -4(8) 0(7)

Germanium albite (NaAlGe'O")
1234(221 672(15) 176(11) -51(9) -7264161

64(21 68(2) -8(1) 36(1) 2(1)
71(21 66(2) 21(1) 31(2) 6(1)
48(1) 99(2) 0(1) 31(1) 4(1)
59(1) 96{1) 8(1) 33(1) 1q1)

109(9) sq8) 27(8) 95(8) 18{7)
43471 148(s) 1(6) 22(71 32(6)

121(s) 263(12) -67(71 145(9) -67(8)
280(13) 332(14) 62(e) 17q11) 22(1ol
66f/) 1s3(10) -22(6) 8s(8) -12(7)
77@) 151(e) 38(7) 4(71 -7(71

1€(9) 103(e) 48(71 9(7) 11(7)
191(11) 133(10) -35(8) -23(8) -10(8)

B*

NA
T'0

Na 153(7)
T,0 92(21
T,n 78(3)
T"O 71(3)
T.tn 71(3)
oo1 20501)
oo2 97(9)
o"0 132(10)
O"m 128(10)
o"0 113(9)
O.n 122(9)
oo0 144(10)
Oon 139(10)

Na 163(8)
T,0 80(2)
T,ffi 84(21
T,0 69(1)
T.n 78{1)
ool 260(11)
oo2 72(8)
o"0 150(10)
O"m 164(11)
o"0 131(9)
O"n 137(9)
oo0 143(9)
Oom 19101)

Note.'Anisotropic temperature factors have the form expf-WBrh2a'2
+ ... + 24sklb'c'cosa')1.

0.29,0.04,0.1 1 (both near Na), s : 1.30(4) x lO-al. Final
parameters are given in Tables I and 2, and observed
and calculated structure factors in Table 3.

DrscussroN

Selected bond distances and bond angles for gallium
albite and germanium albite are given in Tables 4 and 5,
tetrahedral-site occupancies are given in Table 6, and the
stereochemical environments of Na are represented in
Figure l.

Stoichiometry

Direct confirmation of the end-member compositions
of gallium and germanium albite to within the precision
normally expected of electron microprobe analysis of alu-
minosilicates is not possible without matching standards.
However, both phases presently investigated are homo-
geneous by electron microprobe analysis, their unit-cell
parameters are consistent with those of previous studies,
and significant residual electron densities were not pres-
ent at cation positions.

Tetrahedral site occupancies

The gallium albite sample investigated in this study has
the expected low structure (cf. Swanson, 1986; Burns and
Fleet, 1990), with Ga concentrated in the T'0 site and
minor, residual amounts of Ga in T,m, Tr0, and T2m
(Table 6). This low gallium albite, which was annealed at
600 "C, is slightly more ordered than that of Swanson
(1986), which was annealed at 650 .C. In most other re-
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spects the results of the two refinements (this study and
Swanson) are very similar; interatomic distances and an-
gles generally agree within a few standard deviations but
there are minor discrepancies in thermal parameters. The
gallium albite of this study is more ordered than the most
ordered expe'rimental product of Burns and Fleet (1990;
sample Gb37, listed in Table 6), which was annealed at
672 "C. The higher t,m value (0.11) in the latter may
reflect a degree of imprecision in the Rietveld method
but these numbers may not be directly comparable. For
example, in Burns and Fleet (1990) the Rietveld method
was used to analyze the bulk experimental product,
whereas the present single crystal X-ray structure proce-
dure was limited to just one crystal product of good dif-
fraction quality. It is noted that the presence of inter-
mediate gallium albite structure, within the range 913-
937 "C, was established independently by Burns and Fleet
(1990) by both Ga site occupancies from Rietveld powder
X-ray diffraction refinement and unit-cell parameters.

As expected from the unit-cell parameters, the earlier
powder diffraction work ofPentinghaus (1970), and the
refinement of Grunwald (198 l), the germanium albite
sample is disordered (Table 6). However, it is not com-
pletely disordered, and the tetrahedral-site ordering pat-
tern, with trm > trO = 0.25, is apparently unique. This
result is consistent with the qualitative inference of Smith
and Brown (1988), but the present values on mean T-O
distances (Table 4; see below) and tetrahedral-site occu-
pancies (Table 6) do not support depletion of Al in Tr0.
In summary, the present germanium albite appears to
have an unusual intermediate structure.

Atomic substitution and tetrahedral-site ordering

In principle, details of the alkali feldspar structure de-
pend on substitution of both large nonframework cations
(Na, K Rb, Cs, Ca, Ba . ..) and tetrahedral-site atoms
(Si, Al, Fe3+, Ga, Ge, B . . .). However, qualitative com-
parisons of galliosilicate, alumino-germanate, alumino-
silicate, and boro-silicate sodium feldspar structures re-
veal broad similarities in positional and thermal param-
eters, stereochemistries of Na and tetrahedral-site atoms,
T-O-T bond angles (Table 5), and so on. Clearly, the
major changes in sodium feldspar structures, compared
to those of potassium feldspar, result from accommoda-
tion of the smaller-sized Na cation. The feldspar frame-
work accommodates large cations like K with little dis-
tortion, contributing to the extensive temperature stability
of the monoclinic structure in potassium feldspars.

To accommodate the smaller Na cation in the feldspar
framework, O atoms OA2, OB0, and Oo0 move closer to
the nonframework cation, decreasing the corresponding
T-O-T bond angles and forming three short coplanar
bonds with Na. In addition, two short-to-medium Na-O
bonds are formed with OAI O atoms in low albite and
low gallium albite; in intemediate germanium albite these
bonds are modified to one short-to-medium Na-Ool
bond, lying close to the plane of strongest Na-O bonding,
and one long Na-O" I distance. Whereas the T-O"0-T and

T t m

Fig. l. Stereochemical environment of Na (at 0.3,0.0,0.1) to
4 A: (a) low gallium albite (second Na atom in sphere is at
-0.3,0.0,-0.1); (b) intermediate germanium albite: bond dis-
tances are A.

T-ODO-T angles decrease with Na substitution, the cor-
responding angles related by the symmetry plane in the
monoclinic space group (at O"m and O"m) increase (Ta-
ble 5). Thus, crimping of the framework at O"0 and Oo0
is compensated by stretching at O"m and ODm; this cou-
pled distortion is the principal cause for the increase in
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Trsle 4. Selected interatomic distances (A) and bond angles (')

NaGaSi"O" NaAlGe"O" NaGaSi"O. NaAlGeoOo

Na-Oa1
Na-OA1
Na-OA2
Na-OB0
Na-Oo0
T,0-oo1
T10-oB0
T,0-oc0
T,0-oo0
average
T,m-Oo1
T,m-Orm
T,m-O"m
T,m-Oom
average
oa1-T10-oB0
oA1-T10-oc0
oA1-Tr0-oo0
O"m-T,(1O"0
Osm-Tr0-OD0
Ocm-Ti0-OD0
Oo1-T,m-O"m
Oo1-Trm-O.m
Oo1-Trm-Oom
OBm-T,m-Ocm
OBm-T,m-Oom
O"m-T,m-Oom

2.655(3)
2.555(3)
2.377(3)
2.3s4(2)
2.392(3)
1 .815(2)
1.808(2)
1.795(21
1.808(2)
1.807
1.597(2)
1.600(2)
1.621(2)
1.622(2)
1 .610

1 01 .0(1)
118.80)
101 .7(1)
1  12 .1(1)
1 10.6(1)
1 1 1 . 8 ( 1 )
1 09.8(1)
112.7(1\
107.2(11
108.4(1)
1 10.8(1)
1 08.1(1 )

2.s29(41
2.853(4)
2.348(3)
2.392(31
2.4.it3(3)
1.728(21
1.738(21
1.734(21
1.746(21
't.737
1.741(21
1.718(3)
1.737(2)
1.717(31
1.728

102.6(1)
1 1 8.4{1)
102.6(1)
109.0(1)
112.411)
1 1 1 .5(1)
105.2(1)
1 12.3(1)
105.0(1)
108.9(1)
1 1 5.1(2)
1 1 0.2(1)

Na-O"m
Na-Oco
Na-O"m
Na-Oom

T,0-oo2
Tr0-o"0
T.0-O"m
Tr0-oDm
avera9e
T2m-Oo2
Trm-Osm
Trm-Oco
Trm-Oo0
average
oo2-Tr0-oE0
oo2-Tr0-ocm
oo2-Tr0-oom
o.0-Tr0-ocm
o,0-T,0-oom
o"0-T,0-oom
Oo2-T2m-OBm
O^2-T"m-O"0
Oa2-Trm-Oo0
Osm-Trm-Oc0
Orm-Trm-Oo0
O"0-Trm-Oo0

2.871(31

3.065(3)

1.640(2)
1.5s7(2)
1.608(2)
1.614(2)
1 .615
1.644(21
1 .616(2)
1.606(2)
1.610(2)

3.264(5)

2.804(41

1.760(21
1.750(2)
1.729(21
1.704(3)
1.736
1.747(2)
1.706(3)
1.743(21
1.743(21
1.735

1 0s.8{1 )
102.0(1)
108.9(1)
112.2(11
113.q1)
1 13.9(1)
112.6{1)
1 05.s(1 )
107.2(1)
108.8(1)
1 12.0(1)
110.6(1)

109.9(1
104.7(1
107.6(1
1 12.0(1
1 1 1.6(1
110.7(1
109.2(1
104.6(1
108.0(1
110.3(1
1 10.5(1
113 .90

1.619

the interaxial angle a (to about 94"). Substitution by a
larger tetrahedral-site atom (Ga, Ge) results principally
in increase in T-O bond lengths which is compensated
for by a tendency for decrease in the T-O-T bond angles
of O atoms more strongly bonded to Na. Corresponding-
ly, substitution by a smaller tetrahedral-site atom (B)
causes these T-O-T angles to increase (Table 5).

The position of the Na cation does not pennit complete
local charge balancing of O atoms (i.e., charge balancing
within the first coordination sphere). In particular, Oo2,
which is coordinated to Tr0, Trm, and Na (Fig. l), is
markedly overbonded in low albites, as determined using
valence summation procedures. The equivalent feature is
present in the monoclinic potassium feldspar structure
(e.g., Prince et al., 1973). However, the persistence of
local charge (or valence electron) imbalance in ordered
structures, with valence requirements being satisfied over
an extended sphere, does tend to minimize the impor-
tance ofcovalence effects alone in controlling ordering on
tetrahedral sites. Space-fitting requirements of substitu-
ents (with the necessary adjustments in bond distances,
bond strengths, bond angles, etc.) must be at least a con-
tributing factor.

The overall control on tetrahedral-site ordering in alkali
feldspars and the interrelationships between ordering,
stereochemistry, and bonding effects remain controver-
sial (e.g., Smith, 1974; Smith et al., 1986). Fipal resolu-
tion of these complex problems awaits the development
of appropriate numerical models for energy minimization
(cf. Post and Burnham, 1987). In the interim, study of
the response of the alkali feldspar structure to selected
substituents may provide a basis for testing hypotheses
and critical concepts.

One correlation in silicates which has been discussed
extensively is that between tetrahedral site occupancies
and mean T-O-T angles (Brown and Gibbs, 1970;Lie-
bau, 1985). The mean T-O-T bond angle, number of O
atoms associated with short Na-O distances, and mean
Si-O bond length for the tetrahedral sites in low gallium
albite are, respectively; Tr0 (132.5', 3, Al-O), T,m (148.2,
1 ,  1 .610  A ; ,  r , o  (139 .6 . ,  2 ,1 .6 t5  A ) ,  and  T ,m(137 .4 ,
2, 1.619 A;. Very similar values are found in the low
albite structure. Mean T-O-T bond angle and Si-O bond
length clearly correlate with proximity of O atoms to the
Na cation. But does the observed ordering scheme result
because the valence requirements of Al are balanced more
efficiently in the T,0 site or because Si can form r bonds
with O atoms in the T,m, Tr0, and Trm sites?

Future study of binary (and more complex) analogue

TABLE 5. O (T-O-T) bond angles in gallium and germanium albite
and other alkali feldspars

Reed_ 
Intermediate

Low mergne- tvticro
albite rite Albite cline

137.9(1)  139.5(1)  141.5
130.7(1) 125.2(1) 129.7
134.9(1)  132.8(1)  139.8
161.9(2)  157.0(2)  161.s
125.2(1) 124.4(11 129.8
138.1(1)  131.3(1)  135.8
131.8{1) 130.8(1)  133.9
154.7(2) 150.0(2) 151.8

Nofe.' Low albite-Harlow and Brown (1980); reedmergnerite-Apple-
man and Clark (1965); intermediate albite-Phillips et at. (1989); inter-
mediate microcline-Dal Negro et al. (1978).

Ger-
Gallium manium
albite albite

T10-O^1-T,m
Tr0-oo2-Trm
T,0-o,0-T,0
Trm-OEm-T2m
Tr0-oco-Trm
T,m-Ocm-Tro
T,0-oo0-Trm
T,m-Oom-Tr0

143.1 142.7 144.3
128.7 129.8 138.8
140.5 140.4 152.8
158.1 159.4 152.8
124.9 130.3 131.1
135.9 '134.7 131.1
135.4 134.9 141.4
146.3 150.5 141.7



FLEET: STRUCTURES OF GALLIUM AND GERMANIUM ALBITE

Tmu 6. Tetrahedral-site occupancies of Ga and Al in some alkali feldspars
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Reference L0t,mt,0

Gallium albite
Gallium albite
Gallium albite
Low albite
Germanium albite
High albite
lntermediate albite
Low sanidine
Intermediate microcline
Intermediate microcline
Intermediate microcline

1
2
3
4
1
5
6

8a
8b
I

0.935(1 )
0.887
0.85
0.97
0.274(2)
0.28
0.510

0.016(1)
0.031
0.11
0.04
0.375(2)
0.25
0.1 55

0.025(1)
0.038
0.00
0.0
0.1 66(2)
0.25
o.171

0.02s(1)
0.044
0.03
0.0
0.1 85(2)
0.22
0.164

0.1250.345
0.370
o.445
0.63

0.350
0.330
0.235

0.150 0.140
0.085 0.080
0.045 0.03

Ivote:  References'  1 :  presentstudy;2:  Swanson(1986);3:  Brunsand Fleet(1990);4:  Har lowand Brown (1980);5:  Ribbeetal .  (1969);6
:Ph i l l i p se ta l . ( 1989 ) ;  7 :Co l v i l l eandR ibbe (1968 ) ;  8 :Da l  Neg roe ta l . ( 1978 ;  a i sP2B ,b i sP lTC) ;  9 :Ba i l ey (1969 ) .

compositions and of structures of intermediate states of
order will provide independent assessment of the pref-
erence of trivalent atoms for the T,0 site. For example,
in incipiently disordered Amelia albite, Fe3+ (in minor
amounts) is restricted to the T,0 site and does not par-
ticipate in exchange ofAl and Si on the other tetrahedral
sites (Petrov et al., 1989). This suggests that the ordering
scheme is determined by preference of the trivalent at-
oms for the T,0 site.

As reviewed by Smith (1974), in monoclinic potassium
feldspar (t, > tr) the coordination of O^ I to two K cations
may facilitate a favorable distribution of charge when Al
is placed in the T, site. Moreover, this completes a four-
coordinated (nearly tetrahedral) environment for Ool,
which would correspond to hybridized sp3 orbitals on the
O atom. Regardless of the precise role of Ool, it is con-
sidered significant that the stereochemical relationship
between the nonframework cation and T,-site atom in
the monoclinic feldspar is conserved for T,0 in low albite
and low gallium albite but not for T,m.

The preference of trivalent substituents for the T,0 site
of sodium feldspar appears to decrease in the sequence
Fe3* ) Ga > B > Al. Ordering of B and Si invariably
occurs in borosilicates and. therefore. B should have a
greater preference than Al for the T,0 site. Also, B and
Si are completely ordered in reedmergnerite (Appleman
and Clark, 1965), and NaBSirO, disorders at a lower tem-
perature than NaGaSi3O8 (<700 oC, Bruno and Penting-
haus, 1974, and 890-970 oC, Burns and Fleet, 1990, re-
spectively). This preference sequence correlates with
decrease in the difference between the radius ofa cation
and that of Si [Fe3* (0.23), Ga (0.21), B (0.15), Al (0.13
A); aata from Shannon, 19761, but not with either elec-
tronegativity or bond strength.

An additional effect contributing to tetrahedral site
preference in alkali feldspars may be electrostatic repul-
sion between the tetrahedral atoms and alkali metal (M)
across shared coordination edges (cf. Fleet, 1974). This
destabilization will increase with increase in valence of
the tetrahedral atom and electronegativity difference with
O, and decrease in T-M distance. In low gallium albite
the average T-Na distances within the Na sphere to 4 A
are T,0 (3.20), T,m (3.58), T,0 (3.56), and T,m (3.45 A);

clearly, if Si occupied the Tr0 site, the average T,O-Na
distance would be significantly smaller than3.2O A. thus,
electrostatic repulsion is minimized with Si in the T,m,
Tr0, and Trm sites and Ga in T,0. In low gallium albite
and low albite the T,m site is stereochemically distinct
from the Tr0 and Trm sites in that its first coordination
sphere includes the O atom Oo l, which is closely asso-
ciated with two Na atoms (Fig. la). Hence, the site pref-
erence by Si should be selective. The presently available
results for albite and gallium albite suggest otherwise.
Burns and Fleet (1990), however, did observe a tendency
for trO to behave independently oftrm (Fig. la).

The weak preference of Al for the T,m site in inter-
mediate germanium albite (Table 6) is unexplained. Ge
and Al have very similar mean atomic radii in tetrahedral
coordination with O (0.390 and 0.39 A, respectively, in
Shannon, 1976). For example, Klaska (1974) obtained
mean Ge-O and Al-O bond distances of 1.746 and 1.747
A, respectively, in NaAlGeOo (beryllonite structure).
However, well-refined structures of sodium aluminoger-
manate sodalite [(NarAluGeuO,u)Ar; Fleet, 1989] yielded
consistently larger values for mean Al-O bond distances;
Ge-O and Al-O bond distances were found to be, respec-
tively, 1.740 and 1.743 A tor R : Cl,1.737 and 1.745 A
for A : Br, and | .7 34 and 1.7 45 A for A : I. In suggesting
that Al favored T,m, Smith and Brown (1988) assumed
Al to have a smaller radius than Ge in germanium albite.
Althoueh T,m does have the highest Al occupancy (0.375)
and the smallest average T-O distance (1.728 A), the lat-
ter may be attributable to stereochemical environment;
i.e., as noted above, T,m has the fewest O atoms asso-
ciated with short Na-O distances and greatest average
T-O-T angle. More generally, T,m has the smallest av-
erage T-O distances in low albite, low gallium albite, and
reedmergnerite. Compared to trends for average T-O
distances in most alkali feldspar structures, including those
of the present study, the value of 1.756 A reported by
Grunwald (1981) for Tr0 in germanium albite is anom-
alously high. Average T-Na distances in germanium al-
bite are T,0 (3.24), T,m (3.60), Tr0 (3.45), andTrm(3.77
A;. Thus, on the basis oflocal charge (or valence) balance,
atomic size difference, and electrostatic repulsion, Al
should have a similar but diminished site preference in
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intermediate germanium albite compared to that in low
albite or low gallium albite. However, the overall simi-
larity in atomic size of Ge and Al (which differ markedly
in electronegativity) readily explains the existence ofthe
disordered aluminogermanate feldspar structure at low
temperatures. Moreover, the total t, and t, occupancies
in intermediate germanium albite [(1,0 + trm) : 0.649,
(trO + t,m) : 0.3511 are similar to those in low sanidine
and some intermediate microcline.

In summary, tetrahedral site ordering in strain-free so-
dium silicate feldspar structures is promoted by the dis-
tinctive stereochemistries of the T,0 and T,m sites, which
are imposed by spatial accommodation of the Na cation
within the feldspar framework. It is tentatively concluded
that the ordering scheme is determined by the favorable
charge or valence electron distribution resulting when the
trivalent atom occupies the T,0 site, and that this site
preference is proportional to difference in size with the
quadrivalent atom. Electrostatic repulsion between the
tetrahedral-site atoms and Na may be a contributing fac-
tor.

Na atom position

The Na atom in albite structures is relatively uncon-
strained transverse to the plane of the strongest Na-O
bonds. Therefore, thermal vibration in this tranverse di-
rection is exaggerated. The Na atom position in sodium
enneagermanate (NaoGenOro, Fleet, 1990) has an analo-
gous stereochemistry and its vibrational ellipsoid is sim-
ilarly markedly anisotropic transverse to the plane of
strongest Na-O bonds. Additionally, the Na atom in al-
bite may experience static displacement along the major
axis of the vibrational ellipsoid, stretching the stronger
Na-O bonds only marginally and forming shorter bonds
with other proximal O atoms. Such cation positions may
represent positions of lower potential energy, particularly
in disordered structures.

Further refinement of the low gallium albite structure
with two half-atom positions for Na failed to converge.
Also, further refinement of the intermediate germanium
albite structure with four quarter-atom positions for Na
was slow to converge and did not appear to be significant
(R : 0.025, R" : 0.029).

The studies of Winter et al. (1977), Harlow and Brown
(1980), and Swanson (1986) all favor a single atom po-
sition with markedly anisotropic thermal motion for Na
in low albite and low gallium albite. It is unlikely that a
split-atom position, corresponding to two minima in po-
tential energy, would exist in ideally ordered low albite.
However, the mobility of alkali metals in framework
structures with large cavities is well known. Thus, small
fluctuations of electrical potential in low albite crystals,
caused by crystal defects, might be sufficient to effect local
displacements ofthe Na atom. Such displacements would
still be present at 0 K and might explain the zero-point
energy reported by Smith et al. (1986).

It seems most probable that local displacements of the
Na atom do occur in disordered (high) albite structures,

promoted by tetrahedral-site disorder and crystal defects.
The electron density distribution at the Na position in
intermediate germanium albite (e.g., Fig. lb) is quite
comparable to that in high albite at room temperature
(Prewitt et al., 1976; Winter et aI., 1977), and therefore
favors local static displacement. However, there does not
appear to be any basis for specifying four quarter-atom
positions for Na. There would surely be a multiplicity of
local positions for Na in a disordered framework, as in
the structure-energy calculations of Post and Burnham
(1987). It is noteworthy that, from comparison ofthermal
parameters in intermediate germanium albite and low
gallium albite, the corresponding displacements in the
alkali feldspar framework itself are rather small. As ex-
pected, for both of the present structures, thermal anisot-
ropy of O atoms is greatest transverse to the bonding
plane, and the overall isotropic thermal motion is least
for Oo2, which is firmly bonded to the Na atom.

As noted in Fleet (1990), there is good correlation be-
tween size of thermal ellipsoid and structural topology.
In (Ni,Mg),oGe.O,u (Fleet and Barbier, 1989), which has
a closest-packed structure, the isotropic thermal param-
eters for Ge and O are 0.21-0.22 A' and 0.38-0.42 L'z,
respectively. In open framework structures vibrational
amplitudes are increased by anisotropic distribution of
bonding forces and concerted motion. These effects ap-
pear to be somewhat more marked in alkali feldspars
than in sodalite (Fleet, 1989).
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