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ABSTRACT

The stereochemical details of the incorporation of alkali
ions into the beryl structure axe examined by multi-nuclear
MAS NMR spectroscopy and single*rystal structure refine-
ment. The 2eSi signal is narrow in alkali-poor beryl, and
broadens with increasing alkali content, a result of the
different short-range next-n€arest-neighbor configurations
produced by the incorporation of alkalis into the structnre;
we designate this substitutional broadening, and calculate
its value from the proposed local configurations and the
method of Sherriff & Grundy (1988). Substitutional
broadening is observed in the 27AI spectra that also show
only [6]-coordinate Al to be present, in agreement with the
current and earlier X-ray results. Two 7Li signals are
observed, indicating that Li occurs both as a framework
constituent and as a channel species. The crystal structures
of the four samples were refined, to R indices of 2-390 using
MoKcr X radiation, The <Be-O > distance expands linearly
with increasing Li :+ Be substitution at this site, but the
O-Be-O bond angles remain unchanged. This substitution
produces a bond-valence deficiency at the O(2) anion. This
is compensated by lengthening of Si-O(l) and Si-O(l)a,
and contraction of Si-O(2) with increasing Li + Be sub-
stitution. All samples of alkali-bearing beryl examined show
residual electron density in the channels due to occupancy
by alkali ions; all show more density at the 2a site than at
the 2b site. Comparison of these residual densities with
known alkali contents confinns previous work tlut assigned
Cs to the 2a position. The electron density observed at the
2b position correlates well with the Na contents and is
iniufficient to account for the H2O; thu$ we assign Na to
2b and H2O to 24. Local stereochemistry and analytical
rerults suggest tlat Na is bonded to two H2O groups in the
channel.

Keywords: beryl,.alkalirich beryl, nuclear magnetic
resonancg, magic angle spinning, structure refinements.

Souuarnr

Nous examinons les d6tails st6r6ochimiques concernant
I'incorporation des alcalins dans la structure du b6ryl au
moyen de la r&onance magndtique nuclEaire avec spin selon
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l'angle magique et de l'affinement de la structure de cristaux
uniques. Le signal de 2esi est 6troit dans le b6ryl d faible
teneur en alcalin, et devient plus large avec une augEenta-
tion en teneur d'alcalin, rdsultat des configurations
diffdrentes i courte dchelle parmi les atomes imm€diate-
ment avoisinants que cause l'incorporation des alcalins dans
la structure. Nous d€signons ce ph6nom0ne dlorgixement
substitutionnel, et calculons sa valeur d partir des sch6mas
locaux propos6 et la mdthode de Sheniff et Grundy (1988).
Un dlargissement substitutionnel est aussi prdsent dans les
spectres de 27A1, qui font preuve de la seule presence de
vlAl. en concordance avec nos r6sultats de diffraction X
et les traVarx antdrieurs. Nous trouvons deux siguaux pour
7Li, ce qui fait penser qup le Li joue deux r6les, faisant
partie de la trame et aussi situ6 dans'les canaux. Nous avons
affin6la structure cristalline de quatre €chantillons, ju-qqu'i
des indices R de2-3t/o en utilisant un rayonnement MoJfo,
La distance <Be-O> augmente de fagon lindaire d mesure
que le Li remplace le Be, mais l'angle O-Be-O. demeure
inchang6. Cette substitution produit un ddficit dans la
valence de liaison sur I'atome O(2), qui est compens6 par
une augmentation de la longueur de Si-O(l) et Si-O(l)a,
et une contraction dans Si-O(2) qui ddpend de l'importance
de la substitution du Li au Be, Tout b6ryl qui contient des
alcalins montre une densit6 des dlectrons r6siduelle dans les
canaux i cause de la pr6sence des alcalins; tous les 6chan-
tillons 6tudi€s font preuve de plus de densitd electronique
sur le site 2a que sur le site 2b. Une comparaison des den-
sit6s r€siduelles avec les teneurs spdcifiques des 6l6ments
confirme les conclusions anterieures qui attribuent au Cs
la position 2a. La densit6 des dlectrons au site 2b concorde
bien avec I'attribution du Na d cette position, et ne suffit
pas pour y expliquer la prdsence de H2O. Nous attribuons
donc le Na i 2b, et le H2O d 2a. Les consid6rations de
stdrdochimie locale et les r€sultats analytiques nous pous-
sent e crbire que le Na est associd d deux groupes H2O
dans les canaur(.

(Iraduit par la R6daction)

Mots-cl&:b€ryl. bdryl enrichi en alcalins, r6onance magn€-
tique nucl6aire, spin selon l'angle magrque, affinernent
de la structure.

INrnooucrron

Beryl is a common constituent of granitic pegma-
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tites, and its compositional variation correlates
strongly with the geochemical and paragenetic
characteristics of the pegmatites in which it occurs
(Beus 1960, Cernf 1975). Of particular significance
in this regard is the substitution of alkalis into the
structure. Beryl consists of a [BerAlrSi6O16] frame-
work (Zoltai 1960, Hawthorne & Smith 1986) with
prominent channels parallel to the Z axis. Possible
substitution of Be by Li into the framework tetra-
hedra introduces a charge deficiency that is compen-
sated by the incorporation of alkalis into the large
channels (which also usually contain significant
amounts of H2O). Details of the alkali contents are
particularly useful in the identification of petroge-
netically related pegmatites (Cernf 1975) and in the
estimation of degree of fractionation of their host
pegmatite (Cernf 1989). In view of the petrological
importance of alkali-bearing beryl, together with its
intrinsic crystal-chemical interest, a detailed under-
standing of these schemes of substitution is desira-
ble to distinguish between crystal-chemical and
geochemical influences on bulk composition of the
mineral.

The structure of beryl was solved by Bragg & West
(1926);Gibbs et al . (1968) and Morosin (1972) gave
refinements of synthetic beryl. Refinements of crys-
tals of alkali-bearing beryl a.re reported by Bakakin
et al. (1969), Hawthorne &Cernf (1977), Brown &
Mills (1986) and Aurisicchio et al. (1988). Alrhoush
several samples of alkali-bearing beryl have been exa-
mined in previous studies, they are all of approx!
mately the same Li content. In order to elucidate the
mechanisms of substitution, a range of compositions
is desirable; the samples of the present study were
selected on this basis. Details of the average struc-
ture are derived from, crystal-structure refinement,
and details of local $tructure are probed by,multi-
nuclear MAS NMR (Maeic-Anele Spinning,Nuclear
Magnetic Resonance).

SAMPLES

Four samples of alkali-bearing beryl from granitic
pegmatites in Manitoba were used in this work:
SHEE-1-6 from Shatford Lake, and EEE-10,
BLM-503 and T-24 from the Tanco pegmatite.These
were supplemented by two samples of emerald from
New South Wales and Colombia (Ottaway et al.
1986).

Beryl SHEE-I-6 comes from the SHEE-I pegma-
tite dike at the eastern end of Shatford Lake,
southeastern Manitoba. The dike belongs to the
Shatford Lake Group, enriched in Nb, Y, REE, Ti,
Be,F, (Zr, U, Th) and classified as a gadolinite sub-
type of rare-element granitic pegmatite$ (Aern! et
ol. l98l). This pegmatite group is related to an A-
type, metaluminous, sheared and foliated-to-lineated

leucogranite that forms the.gastern extremity of the
Lac du Bonnet batholith (Cern! et al. 1987). The
beryl is greenish yellow, columnar (l x 3 cm), and
is associated with microcline perthite, quartz and
accessory garnet in the blocky core of the pegmatite.

Samples EEE-10, BLM-503 andT-24 were col-
lected in the Tanco pegmatite at Bernic Lake,
southeastern Manitoba. This peprnatite is a classic
representative of the complex-type, petalite subtype
rare-element granitic pegmatite, with substpntial
lepidolite and amblygonite-montebrasite (Cernf
1982). Tanco belongs to the Bernic Lake group of
closely related pegmatites. Its parent granite is not
exposed at the present erosional surface, but is pre-
sumed (by analogy with broadly similar groups of
granitic pegmatites in the region) to be strongly per-
aluminous, and garnet- and muscovite-bearing
(cern! et al. l98l).

Beryl EEE-10 is typical of albitic unit (3) in the
eastern extremity of the pegmatile, where it occurs
in white to pink columnar crystals (l x 3 to 4 x
15 crn) associated with saccharoidal albite and albite
of the cleavelandite habit, qtJarrz, abundant black
tourmaline and minor oxide minerals of Ta. Sam-
ple EEE-10 is brownish pink, cloudy to gemmy, 4
x 6 x 10 cm in size, and anhedral along the con-
tact with albite and minor muscovite.

Sample BLM-503 is a white, milky-to-transparent,
short prismatic crystal, 2 x 3 cm in size. It is in part
euhedral against qtrartz, in part anhedral along the
contact with microcline perthite and minor albite.
It was collected in the eastern segment of the cen-
tral intermediate unit (6), in the vicinity of layered
saccharoidal albite.

Beryl T-24 was collected in the western part of the
central intermediate unit (6), which consists of
microcline perthite and quartz penetrated by the
albite-rich assanblages of unit (3). It is white with
a faint pink tint, short-prismatic (2 x 3 cm) and sub-
hedral, and is associated with microcline perthite,
quartz and minor oxide minerals of Ta. This speci-
men of primary beryl is one of tle most alkali-rich
so far analyzed from Tanco (Cernf & Simpson
1977).

The crystals of emerald from New South Wales
were found 9 km north-northeast of Emmaville,
County Gough, approximately 5ffi km east-northeast
of Sydney. They occur in weathered cassiterite-
bearing veins in the Torington granite, associated
with quartz, cassiterite, topaz, fluorite and
arsenopyrite. They are pale greenn cloudy, colum-
nar crystals 50 mm in diameter and between 0.3 and
15 mm long. The crystals of emerald from Colom-
bia are clear, dark green, and fragmented, ranging
in size from I x I mm to 5 x 5 mm. They are from
the Muzo mine, 105 km north of Bogota, in the
province of Boyaqca. The host rock is a thick
sequence of Cretaceous shales and limestones. The
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?ABLE 3. FIML ATOUIC ?ARAMEIERS TOR AIIGLI.BEARING BERYLemerald occurs in calcite-albite veins associated with
pyrite, quartz, fluorite, parisite and barite.

ExPERIMENTAL

Chemical analysis

Analyses for Li and Be were done on purified
separates of alkali-bearing beryl by atomic absorp-
tion spectroscopy. Following the crystallographic
work, the crystals used for the collection of inten-
sity data were mounted in epoxy resin and polished.

TAILE 1. CO}DOSITION AND UNIT FORI'IUIAE OF ALKAI,I.

BEARINC BIRYL

SHEE-1-6 EEE-10 T-24

n3

sltEE-1-6 EEE-Lo Blt{-503 T-24

Be

a

v

v

0.3875(1)  0 .3888(1)  0 .3890(1)  0 .3893(1)
0 .1158(1)  0 .1181(1)  0 .1185(1)  0 .1192(1)

0 0 0 0
29(3) 5r-(3) 42(3) 7o(3)

L/2 r/2 L/2 r/2
0 0 0 0

L/4 7/4 r/4 L/4
57(L4' 94(X3) 88(15) L22(L7)

2/9 2/3 2/3 2/3
L/3 t/3 r/3 L/3
r/4 r/4 t/4 L/4

46(3) 54(3) 52(3) 54(4)

o ( L )  x

z

0 ( 2 )  I

o
0
0

l50s

0
0

r/4
!50*

v
z

lcs l  x

0 .3095(3)
0.2362<3)

0
80(8)

0.4987 <2)
0 .1454(2)
0.1454 (r.)

53(5)

0 .3064(3)  0 .3060(3)  0 .3043(3)
0.2354(3) 0.2354<3> 0.2369(3)

0 0 0
119(8)  117(9)  147(10)

0.4984(2) 0.4e82(2) 0.4985<2)
0 .L468(2)  0 .7469(2)  0 .1477(2)
0 .1448(1)  0 .1448(L)  0 .1446(2)
r .o2(s )  103(6)  145(7)

sio?
rto?
A1"O"
!oaO.
llno
uco
CaO
B€O
tt.0
Na20
&0
Rb20
cs?o
S@

sr

K
Cs
Lt
Na

{ t .8  66 .18
0 . 0 0 .

18 .32
0.s3
0 . 0 2
0 . 0 1
0 . 0 0

0 . 0 3
0 . 1 6
0 . 0 1
0 . 0 0
0 . 0 6

98.93

6.009

0.036
L.997

0 . 0 1 1
2,974

0.001
0.002
0.000
0.028

0
0
0

L29 (42)6 X , 3 2
0 . 0 2

18.09
0 . 0 9
0 . 0 1
0 . 0 0
0.00

t2 .43

L . 2 5
0 . 0 2
0 . 0 1
1 . 9 8

98,76

5 . 8 9 1

1.984
0.006
L.992

2.747
0.213
3.000

0.002
0.078
0.328
0.225

62.50
0 . 0 1

L 7 , 6 5
0 . 0 3
0 . 0 1
0 . 0 0
0 . 0 1

t  1 .10
L . 2 s
L . 4 9
0 . 0 3
0 . 0 !

5 . 9 8 8

0.002
L.997

3.000

0.004
0.145
0 . 0 1 3
0 . 2 7 1

0 . 0 1

0 . 0 6
0 . 0 1
0 . 0 0
0 . 0 0

11.73
1 . 8 0

0 . 0 3
0 . 0 2

99.L2

L . 9 7 7
0.004

2.690
0.310
3.000

0.004
0.111
0 , 3 2 2
0.191

0
0

L/4
484(15)

0 0
0 0
0 0

2L"1 (5'1) 25L(42)

0 0
0 0

L/4 L/4
3 6 7 ( 1 6 )  3 8 9 ( 1 1 )

* value glv€n x10'
* va1u6 fix6d durlng tefino€nt

TABIT 4. SELECIED IMERATOMTC DISTANCES (A) & ANGLES f) IN BERYL

SHEE- 1 - 5 Blx-503 7-24
A1

r [ 61

Be
L1
>t4l

s i -o ( l )  1 .593(4)
s1-o(1)a  1 .595(2)
st-0(2) x2 L,62L(2)
<s ! -0>  1 .608

0(1) -o ( r )a  2 ,578(4)
o(2) -o ( l )a  x2  2 .610(3)
0(2) -0 (1)  x2  2 .639(4)
o(2) -o (2)b  2 .672(3)
<0-0>si 2.625

0(1)  -s1-0(L)a  I07  .9 (2)
o(2) -s l -0 (1)a  x2  108.5(1)
0(2) -s l -o (1)  x2  110.4(1)
0(2) -s l -o (2)b  111.0( r . )
<o-s i "o>  109.5

B e - 0 ( 2 )

0 ( 2 )  - 0 ( 2 ) c
o ( 2 ) - o ( 2 ) d
0 ( 2 )  " 0 ( 2 ) e
<O- o>Be

*2 2.588(4)
x 2  2 . 3 5 5 ( 3 )
a 2  3 . 0 1 0 ( 4 )

2 . 6 8 4

L.602(4) X.610(4)
1 .603(2)  1 .606(2)
L.614<2) 7.674(2)
1 .608 1 .611

1 . 5 9 9 ( 3 )
1 . 6 0 1 ( 2 )
1 . 6 1 2 ( 1 )
1 . 6 0 6

1ABIA 2. UISCEIJANEOUS TNT'OR}IATIOtr COTICERNINE BERYL REPINEMENTS

SHEE- 1 - 6 EEE.10 Brx- 503 a-24

2.556(3) 2.556(4) 2.549(4)
2 .608(2)  2 .609<3)  2 .617(4)
2 .641(3)  2 .650(3)  2 .662(4)
2 .661(2)  2 .675(3)  2 .67L(4)
2 .622 2 .625 2 .630

106.0(2)  L05.7(2)  rO4.9<2)
108.5(1)  108.4(1)  108.7(1)
111.0(1)  111.0(1)  111.3(1)
1 1 1 . 6 ( 1 )  1 1 1 . 9 ( 1 )  1 1 ! . 7 ( 2 )
709 .t! 109.4 109.4

x 4  L . 6 5 2 ( 2 )  1 . 6 6 8 ( 2 )  L . 6 7 2 < 2 )  1 . 6 8 1 ( 2 )

2.1L6<4)  2 .722<4)  2 .740(5)
2 .378(3)  2 .38s(3)  2 .394(4)
3 .037(3)  3 .043(4)  3 .062<4)
2 .7L0 2 .7L7 2 .732

1 . 1
825
342

3 . 2
3 . 4

L . 4  0 . 7
8L2 815
336 344

2 . 4  2 . 6
2 . 7  3 . 2

a  ( A )  9 . 2 0 6 ( 1 )  9 . 2 0 2 ( 2 )
c  9 . 1 8 5  ( 2 )  9  . 2 0 7  ( 2 ,
v (43) 673.8<2) 675.1(3)

9.210(2) 9.228(3>
9,230(2)  9 .240(3)
670.0(4)  681.4(5)

Space gtoup

crystal
slze (m)

P6/Bc. P6/Nc

2 2

0.24a0.28 0.22x0.24
s0.36  x0 .28

0 ( 2 ) - B e - 0 ( 2 ) c  x 2  1 0 8 . 9 ( 1 )
O ( 2 ) - B e - o ( 2 ) d  x 2  9 0 . 9 ( 1 )
0 ( 2 ) - B € - 0 ( 2 ) e  x 2  1 3 1 . 3 ( L )
<0"8e-0> 110.4

A 1 - 0 ( 2 )  a 6  1 . 9 0 5 ( 1 )

o ( 2 ) - o < 2 ) E  x 3  2 . 7 1 0 ( 2 )
o ( 2 ) - 0 ( 2 ) d  x 3  2 . 2 5 5 ( 3 )
0 ( 2 ) - 0 ( 2 ) f  x 6  2 . 8 4 9 ( 3 )
<o-o>A1 2.691

0 ( 2 ) - A 1 - ( 2 ) s  x 3  9 0 . 7 ( L )
0 ( 2 ) - A 1 - 0 ( 2 ) d  x 3  7 6 . 4 ( 1 )
o ( 2 ) - 4 1 - o ( 2 ) f  x 6  9 6 . 8 ( L )
<o-A1-0> 90.2

l N a l - o ( 1 )  i 6  2 . 5 7 8 ( 2 )
[ N a l - [ c s ]  t 2  2 . 2 9 6 ( r )

lcsl-o(1) xL2 3.452(2)

109.0(1)  109.2( r - )
91 .0(1)  90 .8( r . )

!31 .0(1)  131. r . (1 )
110.3  110.4

r . 9 0 6 ( 1 )  1 . 9 0 6 ( 2 )

2 .7O5(2)  2 .7O3(3)
2 .385(3)  2 .394<4)
2,842(3) 2.837<3)
2 .694 2 .693

0 , 2 2 2 0 . 3 4  0 . 2 5 x 0 . 3 5
x 0 . 4 0  i 0 . 3 8

\o/er v6/cx

P6/tuc P6/rcc

2

109.0(1)
9 0 . 9 ( 1 )

131.1( r . )
110.3

r .904(1)

2 .703(2)
2 . 3 7 8 ( 3 )
2,839(2>
2,690

Rad^ono llLo/Ct Ito/er

R ( e ) s
lFo I
l rol>4r

R(obs)C
sR(obs)t

1 . 0
817
335

2 . 7
9 0 . 4 ( 1 )  9 0 . 4 ( 1 )
7 7 . 3 ( 1 )  7 7 . 5 < L )
9 6 . 4 ( X )  9 6 . 4 ( 1 )
9 0 . 1  9 0 . 2

9 0 . 3 ( 1 )
77  .8<L)
96.2( r )
9 0 . 1

2.556(2)
2.3O2<r)
3 . 4 3 9 ( 1 )

2.556(2)  2 .549(2)
2 . 3 0 7 ( 1 )  2 . 3 1 0 ( 1 )
3,44X(2) 3,44o<2',)R  - : l F o l - l r c l / t l F . l

rR - I5!( l r . l -  l rc l)?t \rF.alr / ' ,  !  -  1
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Electron-microprobe analyses were done in the
wavelength-dispersion mode on a Cameca Camebax
SX50. The following standards were used: spodu-
mene (SiKa, AIKcu), alrnandine @eKo), NaScSi2O6
(Nal(a), MnrSiOa (MnI(o), diopside (Ca.l(cv), oli-
vine (MeKa), titanite (TiKo), orthoclase (KrKa),
Rb microcline (Rb,I(n), pollucite (CsKn). Data
reduction was done using the 'PAP' ip (pz) routine
of Pouchou & Pichoir (1985). The resulting compo-
sitions are given in Table l.

TABIE 5. 8SI MAS NI.{R FARAI.IBTERS FOR BERYL

Half,-vidth Chenical shtft (ppE)
(Hz) Exp. calc.*

SHEE-1- 6

Iov-alkall bsnL

1 9 0  - 1  0 2 . 3

LLthlan-cealad benl

X-ray diffraction

Crystals used for the collection of the X-ray inten-
sity data were selected on the basis of clarity, lack
of optical zoning, Iack of inclusions and equant
shape. Cell dimensions were determined by least-
squares refinement of the setting angles for 25 reflec-
tions aligned automatically on a four-circle diffrac-
tometer; values are given in Table 2. The intensity
data were collected on a Nicolet R3m automated
four-circle diffractometer according to the procedure
of Hawthorne & Groat (1985). Reflections were
measured over two^asymmetric units outto 65" 20
(sin 0/\ : 0.758 A-r); numbers of reflections are
given in Table 2. Ten strong reflections uniformly
distributed with regard to 20 were measured at l0o
intervals of r/ (the azimuthal angle corresponding to
rotation of the crystal about its diffraction vector)
from 0 to 350o. These data were used to calculate
an ellipsoidal approximation to t}te shape of the crys-
tal; this shape was then used to correct the normal
data-set for absorption. The data were corrected for
Lorentz, polarization and background effects, aver-
aged and reduced to structure factors. A reflection
was considered observed if its intensity I exceeds
4o(I); total numbers of unique observed reflections
for each crystal are given in Table 2, together with
other information pertinent to data collection, reduc-
tion and refinement.

MAS NMR spectroscopy

The samples of alkali beryl and Australian emer-

EEE-10 287
Br-l{-503 290
T-24 l2Be,2Csl 289
T-24 [Be,L t ,2cs ]
T-24  [2Be,1cs l
T-24 [2Ba,l! la]
r-24 l2Bal

coloEblan
AucrsLlo

- 1 0 1 . 9
- 1  0 1 . 3
- 1  0 0 . 9

Eps!aLd

t64  -102.5
110 -L02.4

- 1 0 2 . 5

- 1 0 2 . 1
- 1 0 1 . 8

-104.0

* ShEtlff & Orody (199L)
[ ] conf,lgulatlon of lelgbbourlng catlong

Ged in calculatlon.

_ l t o
PPM

Frc. t. 2eSi MAS NMR spectra: (a) T-24 Li-Cs beryl; O) SHEE-I-6 low-alkali beryl.
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ald were crushed to powders for packing into the
NMR rotor; the gem-quality chips of emerald from
Colombia were left intact (by request of the owner)
and packed into the rotor as such. There was a rela-
tive enhancement of one of the peaks of the 27Al
quadrupolar spectrum of the Colombian emerald
samples, but otherwise the resolution of the spectra
from the chips is comparable to that from powdered
samples.

A magic-angle spinning probe (Fyfe et al. 1982)
with Deldn rotors was used with a Bruker WH-400
multi-nuclear Fourier Transform NMR spectrome-
ter equipped with a 9.4 Tesla superconducting mag-
net to obtain the spectra from 2eSi, 2741, 23Na, eBe

and 7Li. The samples were spun at approximately
3500 Hz at the magic angle of 54.7o to the magnetic
field.

2esi MAS NMR spectra were recorded at a fre-
quency of 79.46 MHz with 8192 data points, a spec-
tral width of 25000 Hz, 30o pulses and a 5-s delay
between pulses. Chemical shifts were reproducible
to t 0.1 ppm (parts per million) and are reported
in ppm of the magnetic field with reference to TMS
(tetramethylsilane). 27Al and 23Na MAS NMR spec-
tra were recor ded at 104,23 and I 05. 80 MHz, respec-
tively, with 15o pulses and a 0.3-s delay between
pulses. The chemical shifts of 23Na were measured
with reference to a 0.1 M aqueous solution of NaCl,
and those of 2741, to [AI(H2O)6]3* in a saturated
aqueous solution of Al(ClO)3. MAS NMR spectra
of 7Li were measured at 155.5 MHz with reference
to an aqueous solution of LiBr using a 5-s delay
between pulses. eBe MAS NMR spectra were
recorded at 56.2 MHz with a 0.1-s delay between
pulses and with reference to an aqueous solution of
Be(NO3)2. The delay between pulses for each
nucleus was optimized to give the highest signal-to-
noise level for the instrument time available.

l33cs and 6Li spectra were obtained on a Bruker
MSL-300 multi-nuclear Fourier Transform spec-
trometer equipped with a high-speed Doty probe
using S-mm-diameter rotors. l33Cs spectra were
recorded at 39.37 MHz with a 5-s delay between
pulses and are quoted with reference to 0.5 molal
CsCl. 6Li spectra were recorded ar MJl MHz with
a lO-s delay between pulses and are quoted relative
to an aqueous solution of LiBr.

Structure refinement

Scattering curves for neutral atoms together with
anomalous dispersion terms were taken from the
International Tables for X-ray Crystallography
(1974). R indices are of the form given in Table 2
and are expressed as percentages. Using the posi-
tional coordinates of Hawthorne & Cernf (1977),
together with site occupancies suggested by the chem-
ical data, full-matrix least-squares refinement of all

variable parameters converged to theR indices given
in Table 2. Final parameters are given in Table 3;
tables of structure factors have been deposited with
the Depository of Unpublished Data, CISTI,
National Research Council of Canada, Ottawa,
Ontario KIA 0S2. Selected interatomic distances and
angles are given in Table 4.

RESULTS

2esi

The chemical shift of the single peak in the 2esi

MAS NMR spectrum varies from -102.3 to -100.9
ppm with increasing alkali content (Table 5). The
2esi I\4r{S NMR peaks of EEE-10, BLM-503 and
T-24, the Li-Cs-bearing samples, are 100 Hz wider
than those of SHEE-I-6, the sample of low-alkali
beryl (Fig. 1), and the samples of emerald (table 5).

l r r r l r l r t t t t l

60 -60

PPM
Frc.2.nN MAS NMR spectra: (a) SHEE-I-6 low-alkali

beryl; (b) T-24 Li-Cs beryl; (c) chips of emerald from
Colombia.

o
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SHEE-L-5

EEE-I,O
Bru-503
r-24

Coloublm
(chtpe)
Astrallo

TABLE 6. ?A1 MAS NI{R PANAUETERS FOR BERYL

Peak poslclon Half-widih
(ppD) (Hz)

Si atoms in the structure, and hence a range of chem-
ical shifts in the MAS NMR spectrum. If the differ-
ence in chemical shift between different configura-
tions is large relative to the intrinsic peak-width, then
a series of discrete signals will result. If xhis shift is
small relative to the peak width, then the signals
strongly overlap and a single broadened signal
results. By analogy with other spectroscopic
methods, this can be designated as substitutional
broadening, and is the case for the 2eSi MAS NMR
spectra of alkali-rich beryl examined here.

nAl

27Al I\&\S NMR spectra of all samples of beryl
have lwo maxima, at -3.2 and -7.7 ppm (Fig. 2,
Table 6). The shape and half-width (peak width at
half-height) of the peaks are consistent with the
anisotropic environment and the large quadrupole
moment of 27A1. The half-width of the broad
resonance increases u/ith alkali content, from 840 Hz
for SHEE-I-6 (ow-alkali beryl) to 974HzforT-24
(Li-Cs beryl) Clable O. This substitutional broaden-
ing is to be expected from the presence of local dis-
order associated with the IvLi +rvBe substitution in
alkali-bearing beryl. In addition, the lack of any peak
(around 60 ppm) that can be assigned to tetrahedrally
coordinated Al is conformable with the lvl.i +lvBe
mechanism of substitution estpblished by Bakakin
et ol. (1969) and Hawthome &Grnf (1977), and not
with previously proposed models involving vrl,i +
IvAl + t{a + vIAl + lvBe + cn.

27Al spectra of samples of emerald are similar to
the others, except for a difference in the relative
intensity of the two peaks, and an extra peak at 4.4
ppm in the spectrum of the Colombian emerald (Fig.
2c).nN spectra of powdered samples of other sam-
ples of emerald have two peaks of approximately
equal intensity, similar to the spectra of the other
samples of beryl. As vICr +uAl substitution does
not change the immediate local environment of the
remaining vIAl, no difference is expected between
the 27Al MAS NMR spectra of low-alkali beryl and
emerald. The extra peaks in the spectra of the emer-
ald samples from Colombia are attributed to inclu-
sions of shale, which give 27Al peaks in the same
region as the signal from vIAl in the emerald.

23Na

Na has a broad quadrupolar doublet at about 10
ppm in the 23Na MAS NMR spectrum (Fig. 3b).
The spectrum of SHEE-1-6, which has the lowest
concentration of Na, has, in addition, poorly
resolved peaks between -5 and -35 ppm (Fig. 3a);
these could be due to Na in defects, or along grain
boundaries. Such peaks would not be obvious in the
spectra of more sodic samples, as tley n'ould be hid-

Ior-alka1l. beryl.

- 3 . 0 ,  - 7 .5  840

Llthim-ceslan beryL

-3 .2 ,  - 7 .7  870
-1 .1 ,  - 1 .7  940
-4 .O ,  - 7  . 7  974

Enerald

- 3 . 1 ,  - 4 . 4 ,  - 8 . 6  8 0 9
- 2 . 9 ,  - 8 . 0  7 7 8

40 2A O -20 -40

PPM

Frc. 3. 23Na MAS NMR spectra: (a) SHEE-I-6 low-alkali
beryl; O) T-24 Li-Cs beryl; (c) T-24 Li-Cs beryl spin-
ning at an angle of approximately 65' to the applied
maenetic field. The narrow signal at 0 ppm is due to
Na (as NaCl) in fluid inclusions.

In low-alkali beryl (including emerald), the local
environment of Si wil be ordered because of the lack
of substituents at neighbeling sites. For these
minerals, the 2esi signal is narrow. In beryl with a
significant alkali content, there will be a range of
local environments due to distortion of the structure
to accommodate the alkali cations, interaction of Si
with cations and H2O occupying the channels, and
variable occupancy ofneighboring cation sites. This
will produce a range of magnetic fields around the
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den by the strong peak due to Na in the channels.
Quadrupolar effects can be reduced by spinning the
sample at angles to the magnetic field other than the
magic angle (Ganapathy et al. 1982). As the angle
between the rotational axis of the sample and the
applied magnetic field Ho is increased, the quad-
rupolar doublet from 23Na at the channel site col-
lapses to a singlet and becomes narrower (Fig. 3c).
Most of the 23Na spectra also have a narrow peak
at 0 ppm (Fie. 3) due to NaCl in solution in the fluid
inclusions (Sherriff et al. 1987).

eBe

eBe MAS NMR spectra of low-alkali beryl and
the Colombian emerald all have one broad syrrmetri-
cal peak at about -2.4 ppm (Table 7, Fig. 4a). In
the spectra of Li-Cs-bearing beryl, the peak is nar-
rower and asymmetrical, with a maximum at -1.6
and a shoulder at -2.6 ppm (Table 7, Fig. 4b). The
situation here is not clear at all. Possibly there are
two local environments for Be in Li-Cs-bearing
beryl, one similar to that in low-alkali beryl and
emerald, and the other producing an additional nar-
rower peak at -1.6 ppm. As an alternative, the peak
asymmetry may be due to quadrupolar effects (that
consequently must differ from those in low-alkali
beryl). Whichever possibility is the case, the signal
half-width decreases significantly with increasing
alkali content. This is not observed for any other of
the nuclei examined. No explanation is immediately
apparent.

TABLE 7. tBE !4As !o'R, PAnAUf,TERS FoR BERIL

Sanpla Peak positlon Half-eidth
(ppd) <Hz)

Be(NO3)a (satutated
aqueow liolutlon) 0 130

Iov-aL&all beryl
sHEE-t--6 -2.5 2L5

Llthla!-seslan ber)rl
EEE-10 -L .5  -2 .6  L32
BLU-503 -L .6  -2 .6  136
r -24  -L .6  -2 .6  119

EnErald
CoLoublm -2.3 244

6Li ond 7Li

The beryl samples with a high Li content give two
7Li MAs NMR peaks: a strong narrow peak at 0.8
ppm and a small peak at -1.6 ppm (Iable 8, Fig.
5). Sample BLM-503, which has the highest Li con-
tent, gives the largest peak at -1.6 ppm in the 7Li

spectrum, and is the only sample to show this peak
in the less-well-resolved 6Li spectrum. The relative
intensities of the two peaks are 15: I for EEE-10, 12: I
for BLM503, and 2l: I for T-7.4. The 2.4 ppm differ-
ence between the two MAS NMR peaks suggests
different environments. These could be channel sites,
tetrahedrally coordinated sites, or Li in solution in

ro  o  - l o

PPM

Frc. 4. eBe MAS NMR spectra: (a) SHEE-I-6 low-alkali beryL @)Ta.4 Li-Cs beryl.
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TABLE 8. 'Lt AND 6LT MAS NIIR PARAMETERS FOR BERYL

S@ple Poak positlon
(ppo)

tta1f,-sldch
(Hz)

7Ll (155.5 lotz)

agueous soLution) 0

Ire aLkall. beryL
S H E E - 1 - 6  0 . 5

Llthlan-ceslan b6ry1
E E E - 1 0  0 . 7  - L . 6
B l r . r - 5 0 3  0 . 6  - 1 . 6
r - 2 4  0 . 6  - 1 . 6

6Ll (44.2 Wlz)

LIB! (saturatsd
aq@ous soLutlon) 0

Ile alkall beryL
SHEE-L-6 no slgnal

L l t h l a n - c e s 1 6 n  b e n l
E E E -  1 0  O . e  

- ' -

B r i l - 5 0 3  0 . 8  - 1 . 5
T - 2 4  0 . 8

t7

the fluid inclusions. The latter possibility is ruled out,
as no signal was observed in a static 7Li spectrum.
Presumably, one 7Li peak is due to Li at channel
sites, and the other to Li replacing Be in tetrahedral
coordination. Tetrahedrally coordinated Li would be
more shielded than Li in the channel; therefore, the

strong peak at 0.8 ppm is assigned to Li in the chan-
nel, and the weak peak at -1.6 ppm is assigned to
Li replacing Be in tetraledral coordination. The rela-
tive intensities of the two peaks are not proportional
to the amount of Li estimated (from the chemical
analyses) to be at each site; this could be due to
different rates of spin-lattice relaxation. Li at the
channel site could have more rotational freedom of
movement, and hence, a more efficient mechanism
of dipolar relaxation than Li at the tetrahedral site;
this would enhance the 6Li and 7Li peaks from the
channel site.

The low-alkali sample, SHEE-1-6, gave no 6Li
signal and a weak 7Li spectrum, with a broad peak
and large spinning sidebands (Fig. 5a). This signal
may be due to small amounts of Li in a variety of
environments, possibly along grain boundaries or
associated with structural defects, as well as in fluid
inclusions. As with 23Na, these minor peaks vanish
into the baseline when a strong peak is recorded in
the spectrum.

133cs.

The r33cs spectra all have a broad peak (half-
width of 950 Hz) at -18 + I ppm, with strong spin-
ning sidebands; cubic CsCl gives a narrow peak at
223.2ppm with negligible spinning sidebands. The
broad peak and high spinning-sideband intensity in
the beryl spectra are consistent with the anisotropic
environment of Cs in the channels of beryl.

4 8 8

156

51.

45

- ? n

PPM
Ftc. 5. zl.i MAS NMR spectra: (a) SHEE-I-6 low-alkali beryl; (b) T-Z Li-Cs beryl.
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SHoRT.RANGE Onngn IN Benyl

2esi

Each SiOn tetrahedron links to two other ring
tetrahedra, two BeO4 tetrahedra and two 4106 octa-
hedra. In the beryl samples examined here, no sig-
nificant substitutions occur in the Al octahedra or
the neighboring SiOa tetrahedra; thus the variation
in next-nearest neighbors involves primarily the
BeO4 tetrahedra, which may be occupied either by
Be or Li. Further variation occurs as a result of alkali
+ vacancy substitution in the channel. In terms of
tetrahedrally coordinated next-nearest neighbors, we
may identify three different configurations:
[2Si,2Be], [2Si,Be,Li] and [2Si,2Li]. In general, the
Li occupancy of the Be site is less than 0.20; if the
local configurations are totally disordered, then the
number of [2Si,2Li] configurations will be low, and
the spectra will be dominated by the [2Si,2Be] and
[2Si,Be,Li] configurations. Although a large num-
ber of potential channel configurations exist, the
major effect will depend only on whether or not an
adjacent channel site is occupied (and not which
alkali occupies that site). The presence or absence
of a neighboring alkali cation would double the num-
ber of potential configurations to four, and the vari-
able chemical identity of the alkalis would produce
additional substitutional broadening.

We can test this explanation of our broadened sig-
nals for 2ssi in Cs-Li-bearing beryl using the
method of calculating 2eSi chemical shifts developed
by Sherriff & Grundy (1988, 1991). Starting from
the observed strusture, a geometrical model was
developed for each local configuration using praphi-
cal modeling; the resulting arrangements are used in
the calculation of the chemical shift (Table 5).

Three factors affect the calculated chemical shifts
for low-alkali and Li-Cs-bearing samples of beryl:
(i) the Si-O and Al-O distances for Li-Cs-bearing
beryl are greater than for low-alkali beryl (Table 4).
This results in a calculated shift of about 2 ppm to
low field, explaining the shift to low field with
increasing alkali content; (ii) the replacement of Be
by Li causes a shift of only 0.1 ppm to low field,
and (iii) Cs or Na in the channels causes a shift to
high field of 0.4 ppm per adjacent Cs or Na.

The broadness of the peaks in Li-Cs-bearing beryl
Q90Hz) (compared with those of low-alkali beryl)
(190 Hz) is caused by overlapping peaks from
Si[2Si,Al] with [Be,Li], [2Be] or [2Li] next-nearest-
neighbor configurations with either [Na], [Cs] or
[2Cs] in the channels. These peaks are between 2 and
3 ppm wide, and iqdividual peaks less than I ppm
apart will not be resolved. We may calculate the
width ofthe substitutionally broadened peaks from
the peak width of the low-alkali beryl (SHEE-I-6)
and the spread of the calculated shifts of the local

configurations in alkali beryl (T-24); the resulting
value is 190 + 80 : n|Hz, in good agreement with
the observed value of 290 Ha

The chemical shifl calculated for anhydrous emer-
ald is -104.0 ppm, 0.3 ppm to higher field than the
values for the low-alkali beryl structures, in agree-
ment with the 0.2 ppm difference between the meas-
ured values.

nAl

Substitutional broadening in the 27Al spectra of
Cs-Li-bearing beryl indicates different local config-
urations. The local symmetry allows four possible
local arrangements around an AlOu octahedron:
[3Be], [2Be,Li], [Be,2Li] and [3Li]. As Be is always
much more important than Li, the latter two have
low probability (unless there is strong local order,
for which there is no evidence), and only the flrst
two arrangements will occur in significant amounts.

Be occupancy

Frc. 6. Variation in Si-O bond lengths with decreasing Be
content ofthe Be site in alkali-pearing beryl. Samples
from this study, Hawthorne &Cernf (1977), Brown &
Mills (1986), Aurisicchio et al. (1988).
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Frc. 7. Schematic illustration of the beryl structure: (.) indicates possible positions for Li.
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Be occupancy

Ftc. 8. Variation in <Be-O> as a function ofBe content
of the Be site in alkalipearing beryl. Full circles: this
study, Hawthorne & Cernf (1977), Brown & Mills
(1986); open circles: Aurisicchio et al. (1988); vertical
dash: mean value for samples of synthetic alkali-free
bervl.

LoNG-RANGE Onnsn IN BERYL

The Li + Be substitution

Bakakin et at. (1969), Hawhorne &tem! (1977)
and Aurisicchio et al. (1988) proposed that Li directly
replaces Be at the Be-site. This may be written as

B " L i + c A * + e B e + c n

where A+ denotes alkali metals, and the super-
scripts denote the sites at which the substitutions take
place @e: Be site, C: channel site). Manier-Glavinaz
et al. (1989a, b) have questioned the validity of this
mechanism on the basis of hydrothermal leaching
and exchange studies; they concluded that "none of
our result$ $upport$ the substitution of Li for Be".
A closer look at this mechanism is thus required.

The role of Li: the first important point to make
is that Li is essential to the substitution involving a
decrease in the Be content of beryl; thus it is always
observed that Li is greater than or equal to (3-Be).
If Li behaved as a normal channel cation (1.e., like
Na or Cs), this pa.rticular relationship need not occur,
the charge deficiency caused by the decrease in Be
could be compensated solely by the presence of Na
and Cs. The fact that Li is always present land in
excess of (3-Be)l shows that Li must be playing a
different role to that of Na and Cs in alkali-bearine
beryl.

Local bond-valence arguments: In alkali-free
beryl, the bond-valence sum at.OQ) is 2.00 v.u. Loss
of the Be reduces the sum to 1.5 v.u.; how is this
discrepancy compensated? To some extent, this can
be done as proposed by Hawthorne &Cernf (1977):



the structure adjusts by shortening the Si-O(2) bond
and lengthening both Si-O(l) and Si-O(l)a bonds,
the resultant deficiency at O(l) being compensated
by bonding from the channel alkali atoms that are
part of the BeLi + c(Na,cs) + kBe + cn mechan-
ism of substitution. Figure 6 shows this to be the case
for continuous substitution; Si-O(l) and Si-O(l)a
gradually lengthen with decreasing Be and Si-O(2)
decreases. It is interesting that the Si-O(2) bond
seems to have a limiting value of - 1.612 A; possi-
bly the extent of Li substitution in sample T-2'4 is
the limif,of Li incorporation at the Be site in beryl.

Although this mechanism looks reasonable, it is
not sufficient to compensate for the loss of the Be;
O(2) needs to bond directly to an additional atom.
The only possibility (in natural beryl) is Li, in line
with our previous argument that Li must be an
integral part of the substitution mechanism at the
local scale. Two arrangements allow Li to bond to
O(2): (i) Li may occupy the central Be position, and
bond to all four O(2) oxygen afoms; (ii) Li may
occupy a position in the channel but close to the
@eO) tetrahedron, such that it bonds to two of the
four O(2) oxygen atoms (Fig. 7). For possibility (ii),
Li must have long bonds to other anions (and possi-
bly H2O) to satisfy its own bond-valence require-
ments; thus from a local bond-valence viewpoint,
both of these models are possible.

Charge-balance requirements: the two models sug-
gested above have quite different implications con-
cerning charge balance. For model (i), Li* replaces
Bd*, and further alkali substitution in the channel
is requircd for overall charge-balance. For model (ii),
2Li+ replace Bd* and this is a charge-balanced
substitution; thus model (ii) cannsl account for the
presence of Na + Cs in the channels.

Meon bond-length variotions: the effect of the Li
for Be substitution on the mean bondJength of the
(BeO) tetrahedron is examined in Figure 8. There
is a well-developed linear relationship between size
of tetrahedron and Be content. The variation in
<BeO) observed in Figure 8 is expected if Li
replaces Be at the Be-site; thus Figure 8 agrees with
quantitative predictions of model (i). Such a varia-
tion also is possible with model (ii), if the size of a
vacancy at the Be-site is the same as the size of IvLi.

However, in our opinion, Figure 8 supports model
(i) more strongly than model (ii).

Infrared-absorption spectroscopy.' if Li replaces
Be in sufficient amounts at the Be-site, the vibra-
tional region of the infrared-absorption spectrum
should show absorptions corresponding to LiOa
vibrations. As shown by Tarte (1964), LiOa vibra-
tions occur in the 400-600 cmr region. Manier-
Clavinaz et al. (1989b) did not observe any peaks
that they assigned to LiO, in this region. On the
other hand, Aurisicchio el A. $9%) observed "weak
shoulders" at 700 cm-l and 560 cm-r in low-
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temperature spectra of Li-bearing beryl, noted that
the intensities of these shoulders correlate with the
amount of Li, and assigned these bands to LiOa
vibrations.

Assessment of the modek: we believe that the
arguments still support direct replacement of Be by
Li at the Be-site. The strongest point is that involv-
ing the combination of local bond-valence and (long-
range) charge-balance requirements. Substitution of
Li outside the (BeOr) tetrahedron requires 2Li per
Be to satisfy local bond-valence requirements;
however, this also satisfies long-range charge-balance
requirements and cannot account for the presence
of Na and Cs in the channels. Furthermore, many
samples of beryl do not have sufficient Li to satisfy
this mechanism. Thus we conclude that Li does
replace Be at the Be-site.

C han ne I s ite- occup oncies

This is a non-trivial problem, as we are trying to
assign up to six scattering species (Na, K, Rb, Cs,
Li, H2O) to two (or more) sites in the channel. In
any one particular case, no solution to this problem
is unique, and the most we can hope for is a model
that is consistent with all the crystal-chemical con-
siderations. In view of these difficulties, it is not sur-
prising that two cont{psting models are currently
extant. Hawthorne &Cernf (1977) assigned Na to
the 2b site at (0,0,0) and (K + Rb + Cs + H2O)
to the 2a site at (0,0, /a); this scheme also was used
by Brown & Mills (1986). Aurisicchio et al. (1988)
assigned (H2O) to the 2b site and (Na, K, Rb' Cs)
to the 2a site, and applied the scheme to fifteen struc-
ture refinements of beryl; however, they do make
the comment that the site .lssignments of Na and
HrO used by Hawthorne &Cernf (1977) and Brown

TABLE 9. EIEOtAON DENSITIES ASSOCIATED WITH THE 2a AND 2b CMNNEL

SITES, AND 1IIB GTIANNEL SCATIERINC SPECIES FOR AI,KALI'BEARINC BERYL

sr$E-1-6 EEE-10 HB-3' Br,M-503 ',r-24 1*

26 1 .19  9 .11  10 .30  L1 .42
2b 0 .46  2 .L5  3 .2L  2 .32

1 3 . 8 6  1 5 . 5
3 . 4 3  3 . 4

T o t a l  1 . 6 5  7 L . 2 6  1 3 . 5 1  7 3 . 7 4  1 7  ' 2 9  L 8 ' 9

Cs 0 .11  4 .29  4 .95
Na 0 .31  2 .48  2 .3 r
Rb 0 .00  0 .04
K  0 , 0 2  0 . 0 4  0 . 9 5
LL -  0 .98

6 . 1 1  7 . 9 8  7 . 3 1
2 . L 0  3 . 0 5  3 . 4 4
0 . 0 4  0 . 0 4  0 . 2 4
0 . 0 8  0 . 0 8  0 . 6 2
0 . 9 7  0 . 0 4  o . L s

lotaI
Alkal ls 0.44 7.83

n z o e  t . 2 I  ( 3 . 4 3 )

f O E A I

( a 1 1 )  ( 1 . 6 5 )

8 . 2 r  9 . 3 0  1 1 . 1 9  L 1 . 8 2

4 . 4 0  4 . 4 4  ( 6 . 1 0 )  6 . 6 0

L2.6 I  ( r .3 .74)  ( r7 .29)  L8 .42

* Dala frou llavthome C beni (fgZZ)
+ Daca flon Srom & ulLl-s (1986)
* val@s !n patenthgsos loro calculated as lndicated 1n the text'



282 THE CANADIAN MINERALOGIST

& Mills (1986) also may be correct. As the resolu-
tion ofthis question is of considerable interest, we
will examine it in some detail.

Cs in the channel

In the refinements of high-Cs beryl (Hawthorne
&Cernf 1977, Brown & Mills 1986, Aurisicchio er
o l. 1988, samples 19, 20 and 22; this work, samples
EEE-10 and T-24), the scattering power of Cs
dominates the net scattering from the channel spe-
cies. As the majority of the electron density resides
at the 2a position (Table 9), most of lhe Cs must
occur at this site. Even if we assign small amounts
of Cs to the 2b position, the remaining (Cs * other
alkalis + HrO, where known) exceeds full
occupancy of that site, a physical impossibility. Con-
sequently we conclude from this combination of
diffraction and chemical data that Cs is highly
ordered at the 2a site.

HrO in the chonnel

Aurisicchio et al, (1988) refined the structures of
two samples of (red) anhydrous beryl with small
amounts of alkalis in the channel. They found that
the only electron density in the channel was located
at the 2a position, and thus all of the alkalis (includ-
ing Na) in the channel of these two crystals must be
at the 2a site. They used this as the basis for the
general scheme that all alkalis occur at 2a and aLl
(H2O) occurs at 2b. On the other hand, Gibbs er a/.

Electrons from channel Na

Flc. 9. The observed electron density at the 2b position in
alkali-bearing beryl versus the electrons due to Na in
the structure; the line is not a least-squares line, but
represents the l:l relationship.

(1968) and Morosin (1972) refined structures of syn-
thetic hydrous alkali-free beryl; both studies observed
electron density at the 2a site, which they (unavoid-
ably) assigned to H2O. These two results are not
incompatible, but the second result does show that
one cannot conclude from the first result that HrO
always occurs at the 2b site.

In Table 9, we summarue the electron densities
at the 2a and 2b positions for the refinements in
which we have that information, together with the
electron density associated with each chemical spe-
cies of alkali in the channel. For these, we refined
the 2a and 2b site-occupancies unconstrained by
chemistry; where the concentration of H2O was
determined, there is reasonable agreement between
the total electron density in the channel given by the
refinement and that calculated from the chemical
analysis. For other crystals, we calculated the H2O
by subtracting the electron density due to the alkalis
from the total electron density in the channel.

The electron densities observed atthe 2b position
in all of the samples of beryl in Table 9 are less than
the electron densities attributable to channel H2O.
Consequently HrO cannot solely occupy the 2b
position; considerable amounts of HrO (nearly all
of the HrO in sample SHEE-1-6) must occupy the
2a site. This contrasts with the findings of Aurisic-
chio et al. (1988); the reasons for this difference are
not clear.

OH in the channel

Both Manier-Glavinaz et ol. (1989b) and Aurisic-
chio et al. (1990) have assigned specific bands in the
infrared-absorption spectra of both natural and
leached samples of beryl to principal (OH) stretches.
On the basis of its temperature behavior and inten-
sity behavior as a function of composition, Aurisic-
chio et al. (1990) assigned a band at 3663 cm-r to
(OH) associated with Na (and also to type-Il H2O).
On the other hand, Manier-Glavinaz et al. (1989b)
assigned a band at - 3700 cm-r to (OH). This
specific band is present as a weak shoulder in their
sample of natural beryl, and increases in intensity
with loss of alkalis on leaching; thus its assignment
to (OH) cannot be questioned. From a (long-range)
charge-balance viewpoint, one can argue that this H
must bond to a framework oxygen [rather than exist
as an (OH)- channel speciesl. It seems reasonable
that such H will attach itself to O(2), occupying a
position somewhat similar to Li in Figure 7.

The situation with regard to the (OH) bond
assigned at 3663 cm-r is less clear. Although
Aurisicchio et al. (1990) suggested that this is the
case, it is not clear how the bond-valence require-
ments of the associated oxygen will be satisfied. The
maximum coordination attained by such an oxygen
is [2Na + H]. Assuming negligible hydrogen-
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bonding, each Na-O bond must have a bond valence
of 0.5 v.u. for the oxygen of the (OH)-eroup to be
satisfied. Use of the equation of Broym (1987) indi-
cates an Na-OH bond length of 1.2 A, shorter than
any Na-O distances observed in inorganic solids.
Thus although the argument put forward by Aurisic-
chio et al. (1990) to justify their assignment (i.e., the
strong temperature-dependence of the band inten-
sity) seems reasonable, there are some unanswered
questions about the local stereochemistry resulting
from this assignment.

Na in the channel

Two possibilities for the occurrence of Na in the
channels have been proposed. Based on crystal-
chemical arguments, Hawthorne & Cer$ (1977)
assigned Na to the 2b site, and this scheme also was
used by Brown & Mills (1986). Conversely, Aurisic-
chio et a/. (1988) assigned Na to the 2a site, based
on the results for anhydrous (red) beryl, which has
no H2O and no electron density at the 2b site.
Figure 9 shows a comparison of the electron density
atthe2b position and the electrons due to channel
Na in examples of alkali-bearing beryl for which this
information is available. The l:l correlation may
suggest that the electron density at the 2b position
is due to Na ocqrpancy of that site.

Hawthorne &Cernf (1977) proposed that Na is
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bonded to 2 }J2O groups at adjacent sites in the
channel. This scheme is examined for alkali-bearing
beryl in Figure 10. The data scatter about the line
Na = 7zHzO, suggesting that this is the case. This
model does produce a slight bond-valence excess at
the Na atom, but this could easily be removed by
slight positional displacement of the H2O group off
the 2b site.

Li in the channel

The size of the cavity around the 2a position is
far too large for the bond-valence requirements of
a central Li cation to be satisfied, even with HtO
groups at adjacent 2b sites. If Li occurs at the 2b
position, the bond-valence sum is - 0.75 v.u. if we
assume that Li bonds to 2H2O groups at adjacent
2a sites; this sum is still too low. There are two pos-
sibilities here: either Li occupies the 2b position and
adjacent H2O groups are strongly displaced off the
adjacent 2a sites toward the Li, or the Li occurs at
disordered positions within the channel.

Let us consider the first possibility. We have
already assigned essentially all HrO to be bonded to
Na. However, the Na was found to have an excess
of bond valence in this configuration [Na-(HrO)z].
This could be alleviated by displacement of one or
both of the H2O groups at the 2a position away
from the Na. If the adjacent 2b site(s) is occupied
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by Li, this will increase the bond valence at Li to the
ideal value of I v.u. Hence one can propose a
reasonable model in crystal-chemical terms for the
occupancy of the 2b position by Li.

Let us consider the second model. If Li is disor-
dered about the channel, it approaches more closely
the anions in the wall of the channel, thus increas-
ing its bond-valence sum. At these disordered posi-
tions, it could also bond to ar H2O group. It is po$-
sible that the coordination number in the disordered
position is lower, although it may vary with the exacr
details of the local positions.

CoNct usroNs

The current situation with regard to cation orcier
in alkali-bearing beryl may be summarized as
follows:

Short-ronge order

l. The 2eSi signal is narrow in low-alkali beryl,
and broadens with increasing alkali content. This is
the result of different local next-nearest-neighbor
configurations produced by the incorporation of
alkalis into the beryl structure, and is here called sr.rb-
stitutional broodening, after analogous effects in
other forms of spectroscopy. The amount of sub-
stitutional broadening may be calculated from tne
correlation of Sheniff & Grundy (1991) using simu-
lated local stereochemistries.

2. The 27Al spectra show only lVl]-coordinate Al
to be pressnt in alkali-bearing beryl, and these spec-
tra also show substitutional broadening.

3. Two 7Li and 9Li signals are observed, indicat-
ing that Li occurs both as a framework substituent
and as a channel constituent.

4. With continuing alkali enrichment, Na equals
t/2(H2O), suggesting that Na is coordinated by two
H2O groups in the channel (Hawthorne & Cernf
1977, this study).

Long-range order

l. The < Be-O > distance expands linearly with
increasing Li + Be subslitution, but the O-Be-O
bold angles remain unchanged (Hawthorne
&Cernf 1977, Brown & Mills 1986, Aurisicchio er
a/. 1988).

2. The bond-valence deficiency produced at O(2)
by the Li ;. Be substitution is compensated by
a lengthening of Si-O(l) and Si-O(l)a and a
shortening of Si-O(2) (Hawthorne & Cern! 1977,
Aurisicchio et al. 1988).

3. Alkali-bearing beryl shows residual electron-
density in the channels, with that at the 2a position
always exceeding that at the 2b position.

4. Cs occurs at the 2a position (Bakakin et at.

1969, Hawthorne & aem! 1977, Brown & Mills
1986, Aurisicchio et a/. 1988).

5. The electron densities observed at the 2b posi-
tions across the alkali-bearing beryl series are com-
patible with all Na ordered at 2ba they are not com-
patible with all H2O ordered at 2b, but do not
preclude 2b occupied by HzO with Na and addi-
tional HrO at 2.a. The former model is simpler, but
a neutron-diffraction refinement of the structure of
a sample of alkali- and HrO-rich beryl is required
to unequivocally distinguish between these two pos-
sibilities.
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